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FOREWORD

This report is one of a series prepared for the Department of
the Air Force, Ballistic Missile Office (BMO), in compliance
with Contract No. F04704-80-C-0006, CDRL Item No. 004A2. These

4I reports present the results of Detailed Aggregate Resources
Studies within and adjacent to selected areas in Nevada and Utah
that are under consideration for siting the MX missile system.

This volume contains the results of the aggregate resources
evaluation for Delamar Valley. Results of this report are
presented as text, appendices, and three drawings. This report
has been prepared and submitted on the assumption that the
reader is familiar with previous aggregate resources reports.
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EXECUTIVE SUMMARY

This report contains the Detailed Aggregate Resources Study

(DARS) evaluation for Delamar Valley, Nevada. It is the first

in a series of reports that contain detailed aggregate informa-

tion on the location and quality of basin-fill and rock sources

of road-base and concrete aggregates. Field reconnaissance,

laboratory testing, and existing data from other Ertec Western,

Inc. (formerly Fugro National, Inc.) investigations and the

Nevada Department of Highways provide the basis for the findings

presented in this report.

ROAD-BASE AGGREGATES

Potential road-base aggregate sources were classified as fol-

lows:

Class RBIa - Basin-fill or rock sources containing materials
suitable for use as road-base aggregates; based
on acceptable laboratory aggregate test results.

Class RBIb - Basin-fill sources containing materials suitable
for use as road-base aggregates; based on corre-
lation with Class RBIa source areas.

Class RBII - Potential basin-fill sources of materials suit-
able for use as road-base aggregates; based on
photogeologic interpretations, field observa-
tions, and limited or inconclusive sieve analysis
and/or abrasion data.

Assignment of an aggregate source to one of the above three

classes was determined from laboratory test results (gradation,

abrasion and, to a lesser extent, soundness) and geomorpho-

logical and compositional correlations.

v
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Results of this evaluation are presented on a 1:62,500 scale

aggregate resources map (Drawing 2) and are summarized as

follows:

Class RBIa Sources: Seven basin-fill sources consisting of
good to high quality aggregates acceptable
for use as road-base construction materials
have been located on the east side of the
valley. The deposits are all alluvial fans
(Aaf).

Class RBIb Sources: Seven basin-fill deposits within the study
area are defined as potential sources of
good to high quality, road-base aggregates.
Geomorphological and compositional similar-
ities were used to correlate these units to
tested RBIa deposits. Six of the deposits
are alluvial fans (Aaf) and one is a
stream-channel deposit (Aal). All are con-
fined to the east side of the valley.

Class RBII Sources: Several potential basin-fill aggregate
sources are located throughout the study
area. All of these sources are alluvial
fans that have been classified on the basio
of limited field and laboratory data.

CONCRETE AGGREGATES

A classification system consisting of five classes was devel-

oped for the concrete aggregates evaluation to present potential

basin-fill and crushed-rock sources. Although most rock sources

will supply coarse concrete aggregates, their delineation was

not an cbjective of this study. Assignment of an aggregate

source to one of the five classes was determined from laboratory

test results (trial concrete mixes and gradation, abrasion, and

soundness of aggregates) and geomorphological and compositional

correlations. The emphasis of this study was the evaluation of

vi
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the concrete-making properties (especially 28-day compressive

* strengths) of potential aggregates when used in trial concrete

mixes.

Class CAl Basin-fill or rock sources containing aggregates
that produced trial mix concrete with 28-day com-
pressive strengths equal to or greater than 6500
psi.

Class CA2 Basin-fill or rock sources containing aggregates
that produced trial mix concrete with 28-day com-
pressive strengths less than 6500 psi.

Class CB Basin-fill or rock sources containing aggregates
potentially suitable for use in concrete; based on
acceptable laboratory aggregate test results.

Class CC1 Basin-fill or rock sources containing aggregates
potentially suitable for use in concrete; based on
correlation with Class CAl and CA2 source areas.

Class CC2 Basin-fill sources containing aggregates poten-
tially suitable for use in concrete; based on
correlation with Class CB source areas.

The following three trial mixes were used to obtain a range of

compressive strength values; however, only Mix 3 results were

used to classify sources. In all three trial mixes, fly ash, as

j pozzolan, replaced 20 percent of the cement by weight.

o Mix I - 7.5 sacks of cement per cubic yard of concrete and
1.5-inches maximum aggregate size;

o Mix 2 - 8.5 sacks of cement per cubic yard of concrete and
1.5-inches maximum aggregate size; and

o Mix 3 - 8.5 sacks of cement per cubic yard of concrete,
0.75-inch maximum aggregate size, and a superplas-
ticizer.

v.L i
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j Results of this evaluation are presented on a 1:62,500 scale

aggregate resources map (Drawing 3) and summarized as follows:

Class CAl Sources: One basin-fill deposit in the area contained
aggregates that, when used in Mix 3, pro-
duced 28-day compressive strengths greater
than 6500 psi. The source is an alluvial
fan (Aaf) and is located on the east side of
the valley.

Class CB Sources: Five basin-fill deposits consisting of good
to high quality aggregates, potentially
acceptable for use as concrete construction
materials, were delineated on the east side
of the valley. All of these deposits are
alluvial fans.

Class CC1 Sources: One alluvial fan in the study area is class-
ified as a potential source of concrete ag-
gregates. It is correlated to the Class CAt
source on geomorphological and compositional
similarities.

Class CC2 Sources: Alluvial units located along the eastern
side of the valley are potential sources of
aggregates suitable for use in concrete.
They are correlated to Class CB units on the
basis of geomorphological and compositional
similarities.

CONCLUSIONS

Sufficient quantities of coarse and fine aggregates suitable for

use as road-base and/or concrete construction material are

available in Delamar Valley. Laboratory test results indicate

that the quality of the coarse aggregates ranges from good to

excellent, and the quality of the fine aggregates ranges from

poor to satisfactory. Most of the aggregate sources are con-

fined to the east side of the valley.

viii
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RECOMMENDATIONS

Additional aggregate field investigations and laboratory testing

will be required to further refine the physical and chemical

characteristics of road-base and concrete aggregate sources as

borrow areas prior to the initiation of construction.

ix
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1.0 INTRODUCTION

1.1 STUDY AREA

This report presents the results of the Detailed Aggregate Re-

source Study (DARS) for Delamar Valley (Figure 1). Delamar Val-

ley is located in south-central Lincoln County, Nevada. The

valley is bounded on the west by the South Pahroc Range, on the

east and south by the Delamar Mountains, and on the northeast by

the southern extent of the Burnt Springs Range. U.S. Highway 93

is the northern boundary of the study area and the only paved

road in the vicinity. A network of graded roads and four-wheel-

drive trails provide access to most of the study area. Delamar

Valley is mainly undeveloped desert rangeland administered by

the Bureau of Land Management (BLM). Several active and inac-

tive mining operations are located in the Delamar Mountains.

The nearest town is Caliente, Nevada, located approximately 15

miles (24 km) east of Delamar Valley on U.S. Highway 93.

1.2 BACKGROUND

Aggregate resources studies for the MX program were introduced

* tin 1977 with the investigation of Department of Defense (DoD)

and BLM lands in California, Nevada, Arizona, New Mexico, and

Texas (FN-TR-20D). Refinement of the MX siting area added por-

tions of Utah and Nevada that were not evaluated in this initial

Aggregate Resources Evaluation Investigation (AREI). This addi-

tional area, defined as the Utah-Nevada aggregate resources

study area, was examined in the fall of 1979, and a second

general aggregate resources report was submitted on 3 March 1980

(Figure 2).

*Er
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Both regional aggregate investigations consisted of the comn-

pilation and evaluation of existing data with limited field

reconnaissance, sample collection, and laboratory aggregate

testing. only general information on the location, quality,

and quantity of aggregates was provided.

Subsequent to the regional studies, Valley-Specific Aggregate

Resources Studies (VSARS) were developed in FY 79. The primary

objective of these continuing studies is to provide additional

information on potential aggregate sources in specified valleys

and in the immediate surrounding areas. Existing exposures of

potential basin-fill and rock aggregate sources are sampled and

subjected to a suite of laboratory aggregate tests. Results of

these tests are used to classify coarse and fine basin-fill and

crushed-rock aggregates for suitability as concrete and road-

base construction materials.

P The aggregate sources presented in VSARS are to be used as a

guide for preliminary construction planning and the selection of

areas for more detail ed-aggregate evaluations. To date, field

P investigations have been completed for 16 valley areas with

final reports submitted for 11 (Figure 3). Field investigations

for remaining valleys in the designated deployment area are

planned in FY 81 and FY 82.

The DARS were initiated in FY 81 to further analyze and refine

potential sources of coarse and fine basin-fill and crushed-rock

aggregates identified during the VSARS. These studies consist

of both road-base (Section 3.0) and concrete (Section 4.0)
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aggregate evaluations. The major consideration was to further

evaluate basin-fill deposits as potential sources of road-base

and concrete aggregates. Limited new data were developed on

crushed-rock sources.

1.3 OBJECTIVES

The objectives of the Detailed Aggregate Resources Study are as

follows:

Road-Base Aggregates Evaluation

o Refine potential basin-fill and rock sources (initially
identified in VSARS) for road-base aggregates; and

o Provide additional laboratory test data on the general qual-
ity of basin-fill aggregates for use as road-base material.

Concrete Aggregates Evaluation

o Refine the areal extent of the most acceptable VSARS basin-
f ill and rock, concrete aggregate sources; and

o Provide additional laboratory testing information on the
quality and the concrete-making properties of potential
coarse and fine basin-fill and crushed-rock aggregates.

1.4 SCOPE*1 The scope of the two evaluations required office and field
studies and incliuded the following:

a. Compilation and analysis of appropriate existing data on the
quality and quantity of potential road-base and concrete
aggregates. Major sources of data were other Ertec investi-
gations for the siting of the MX system and the Nevada
Department of Highways.

b. Initial and final basin-fill deposit differentiation based
on geomorphology, grain-size, lithology, and aerial photog-f raphy and topographic map interpretation. Initial and final
rock unit divisions based on evaluations of aerial photog-
raphy and published geologic maps.

c. Staking and permitting on selected BLM lands. Appropriate
basin-fill trench locations for samples of road-base and
concrete aggregates were determined from items a and b and a
brief field reconnaissance.
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d. Backhoe excavation of staked and permitted basin-fill loca-

tions, sampling when gravel percentage exceeded 30 percent,
or when suitable fine aggregates for concrete mixes were
present. Selection and sampling of acceptable crushed-rock
sources of coarse aggregates for concrete mixes.

e. Valley-wide field reconnaissance utilizing aerial photog-
raphy and petrographic and grain-size analyses to determine
lateral extent and acceptability of basin-fill deposits.

f. Laboratory tests to supplement available existing data for
the determination of the suitability of specific basin-fill
and rock units as sources of road-base or concrete aggre-
gates. Trial (check) concrete mixes were made to evaluate
the basic concrete-making properties of selected concrete
aggregate sources as well as engineering properties of
hardened concrete.

g. Development and application of road-base and concrete mate-
rials classification systems that textually and graphically
depict the locations of the most suitable aggregate sources
in the study area. The depiction and discussion of areas
that are unsuitable or have a low probability for use were
not done.

II
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2.0 GEOLOGICAL SETTING

2.1 PHYSIOGRAPHY

Delamar Valley lies within the Basin and Range Physiographic

Province. The primary physiographic features of the study area

are uplifted mountains and a down-dropped, intervening alluvium-

filled basin. These north-south trending features are con-

( trolled by block-faulting and are typical of the Basin and Range

Province. Elevations range from about 5i17'30 feet (1707 m) in the

east-central part of the valley to about 4540 feet (1384 m) on

the playa in the southern part of the valley.

Mountain ranges flanking the bmsih are the South Pahroc Range on

the west, Burnt Springs Range on the northeast, and the Delamar

Mountains on the east and south. Delamar Valley is open to Dry

Lake Valley to the north. Topographic relief between mountain

ridges and the basin ranges from about 975 feet (297 m) to about

2400 feet (732 m) along the western side of the study area andI|
from approximately 1400 to 1800 feet (427 to 549 m) along the

eastern side of the study area. Delamar Valley is a closed-

* drainage system with a large playa in the southern portion of

the study area.

2.2 LOCATION AND DESCRIPTION OF GEOLOGICAL UNITS

Paleozoic, Mesozoic, and Cenozoic rocks are found in bedrock

outliers within the valley fill and in the mountains within and

adjacent to the study area. The Paleozoic rocks consist pre-

dominantly of limestone, dolomite, and quartzite with inter-

bedded sandstone and shale. These units crop out across the
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entire eastern study area margin and, where not exposed, under-

lie younger geologic units. Unconformably overlying the Paleo-

zoic rocks are Mesozoic rocks consisting predominantly of undif-

ferentiated volcanic and intravolcanic sedimentary rocks. Ceno-

zoic rocks unconformably overlie Paleozoic and Mesozoic units

and consist of Tertiary intrusives and volcanics. Uncon-

solidated Cenozoic deposits lie unconformably above all older

units and consist primarily of alluvial, lacustrine, and stream-

channel and terrace deposits.

Additional geologic information is presented in previous Ertec

reports (FN-TR-27-DM-I and II; FN-TR-37-a).

2.2.1 Rock Units

Geologic rock units, previously classified as potential sources

of crushed-rock aggregates during the VSARS program, are unclas-

sified in this report. No specific rocks from the study area

# were sampled or tested during the DARS program. Rocks classi-

fied during the more general VSARS program as good sources were

extrapolated from test results in adjoining valleys. These

results could not be confidently correlated into the study area

for the more selective DARS evaluation.

2.2.2 Basin-Fill Units

The basin-fill geologic units within the study area that are

potential sources of coarse and fine aggregates are alluvial fan

deposits (Aaf) and stream-channel and terrace deposits (Aal).

The grouping of the units was based on similarities in physical

and chemical characteristics and map-scale limitations. All

=wc
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other basin-fill units may locally supply aggregates but are not

considered major sources and will not be discussed in this

report.

2.2.2.1 Alluvial Fan Deposits - Aaf

Alluvial fan deposits (Aaf) are the most extensive potential

sources of basin-fill aggregates within the study area. They

occur in a fairly narrow band along most of the east side of the

valley and in scattered locations on the west side of the

valley. Alluvial fan deposits are typically heterogeneous to

poorly stratified mixtures of boulders, cobbles, gravel, sand,

silt, and clay. Large quantities of boulder- and cobble-sized

material exist along the east side of the valley adjacent to the

mountain fronts. On the east side of the valley, alluvial fan

deposits consist predominantly of sandy gravel. Alluvial fan

deposits on the west side are predominantly gravelly sand.

Most alluvial fan deposits have developed soil horizons con-

sisting of silty, clayey sand that are a few inches (centi-

meters) to 1 foot (0.3 m) in thickness overlying a zone of car-

bonate accumulation (caliche) . The caliche horizon generally

ranges in thickness from 1 to 2 feet (0.3 to 0.6 m) and exhib-

its Stage I to III development with Stage II and III being most

* common (Appendix F).

2.2.2.2 Stream-Channel and Terrace Deposits - Aal

Stream-channel and terrace deposits (Aal) in the study area are

associated with ephemeral streams within the valley. They range
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in composition from sandy gravel and gravelly sand near the1 mountain fronts to sandy silts near the valley axis. Caliche

development within the stream-channel deposits ranges from

absent to minor Stage I, occurring as thin lenses and layers or

as coatings on the underside of coarse-grained clastic material.

One stream-channel deposit has been delineated in the study area

on the northeast side of the valley near U.S. Highway 93. No

I major terrace deposits were mapped in the study area.

I!
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3.0 ROAD-BASE AGGREGATES EVALUATION

3.1 STUDY APPROACH

The primary objective of the road-base aggregates study was to

evaluate the suitability of basin-fill and rock aggregates for

use as road base. Two important considerations were applied to

basin-fill aggregate sources identified as potentially suitable

in VSARS; refinement of source boundaries and additional lab-

oratory tests to further evaluate physical and chemical charac-

teristics. Sources of crushed-rock aggregates were refined

using only existing data, published geologic maps, and limited

photogeologic interpretations. Information on potential rock

sources for use as road-base aggregates was not specifically

collected for this evaluation. Only existing VSARS data and

data developed from the concrete aga.egates evaluation (Section

4.0) were assessed.

The study approach for the road-base aggregates evaluation

required a review of previous Ertec Verification (FN-TR-27-DM-I

and II) and aggregate reports (FN-TR-20D and FN-TR-37-a) for

Delamar Valley. This data base helped define the scope of the

road-base materials investigation which included office and

field photogeologic and topographic interpretations, field

* reconnaissance, and collection and laboratory testing of basin-

fill samples.

3.1.1 Requirements for Road-Base Aggregates

For the purpose of this report, road-base aggregates are defined

using the Nevada Department of Highways (1976) classification of

UEr



E-TR-4 7-DM
13

Type I Class A aggregate base. The requirements for aggregates

suitable for such a base are as follows:

Gradation:
Percent Passing

Sieve Size by Weight

1.5 inches 100
1.0 inch 80-100
No. 4 30- 65
No. 16 15- 40
No. 200 2- 12

Fractured Faces.................. 35 percent, minimum
Plasticity Index................. 3-15 percent
Liquid Limit..................... 35 maximum
Resistance (R value)............. 70 minimum
Percent Wear (500 Rev.)...........45 percent, maximum

During the road-base aggregate studies, gradation and percent

wear were the two primary criteria used to evaluate potential

source areas. Magnesium sulfate (MgSO 4 ) soundness tests were

performed on selected aggregate samples to gain additional in-

formation related to the effects of weathering on aggregates.

Soundness losses exceeding 18 percent were considered potential-

ly unacceptable (American Society of Testing and Materials,

1978). The remaining requirements were not evaluated during

this study.

3.1.2 Data Acquisition and Analysis

Office studies for the road-base aggregates evaluation required

* preliminary basin-fill and rock-unit differentiation based on

photogeologic interpretations and published topographic and geo-

logic maps. All available data on basin-fill grain-size grada-

tions were compiled to estimate gravel content for the defined

basin-fill units.

EErtaE
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The field program involved backhoe excavation of 31 trenches

selected during office studies and initial field reconnaissance.

Trenches were excavated and sampled in groups of three, 0.1 to

0.2 mile (0.2 to 0.3 km) apart, to characterize individual

basin-fill units. Completion depths ranged from 12 to 15 feet

(3.7 to 4.6 m) and, where collected, representative samples

averaged 100 pounds (45 kg) per trench.

Due to gradation variability in basin-fill deposits, field

limits of 30 percent or more gravel and 20 percent or less silt

and clay were established as basic aggregate grain-size distri-

bution requirements. Gravel is defined as coarse aggregates

which pass the 3.0-inch (75-mm) sieve and are predominantly

retained on a No. 4 (4.75-mm) sieve. Aggregates larger than 3.0

inches (cobbles and boulders) were generally present in the

materials investigated but were not included in the laboratory

samples because of sample-size limitations. Silt and clay

particles are defined as material passing through a No. 200

sieve (0.0029-inch [0.075-mm).

Field studies also included 37 petrographic and grain-size data

field stops and valley-wide photogeologic field reconnaissance.

These analyses were performed to supplement and confirm office

studies and to provide a data base for lithologic and gradation

correlations of basin-fill units.

Laboratory testing that included 28 sieve analyses, six abrasion

tests, and four MgSO 4 soundness tests was performed to broaden

~EraL
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the existing data base during the road-base aggregates evalu-

ation. Confirmation test data (gradation, abrasion, and sound-

ness tests) from the concrete aggregates evaluation (Section

4.0) were also used to supplement test data for the road-base

aggregates evaluation.

The scope of the study did not allow sample collection and

laboratory testing of all potential road-base aggregate sources.

Existing data and field petrographic and grain-size analyses

were used to correlate lithologic and gradation properties to

basin-fill units which were not sampled. An important element

of this correlation procedure was the use of aerial photography

to help delineate the lateral extent of basin-fill deposits.

Photogeologic and field observations ascertained geomorphologi-

cal and topographical relationships of basin-fill units and the

source rock lithology and distribution of predominantly gravelly

materials.

3.1.3 Presentation of Results

Results of the road-base aggregates evaluation are presented in

the form of text, figures, 1:62,500 scale drawings, and appen-

dices. Drawing 1 shows the locations of all the data points

used in the Detailed Aggregate Resources Study. The data points

are grouped by study type and assigned categorized map numbers.

VSARS data points are designated by map numbers 1 to 199 and

correspond to map numbers in the appendix table of the Delamar

area VSARS report (FN-TR-37-a). DARS data points are assigned

map number groups 200 to 299 for trench locations and 300 to 399

~ErWa
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for petrographic and grain-size data stop locations. Verifica-

tion data points are assigned the map number group 400 to 599.

Appendix Table G-1 converts map number to Delamar Verification

Report (FN-TR-27-DM-I and II) activity type and number for di-

rect reference.

Drawing 2 presents the locations of all potential road-base

aggregate sources, DARS trenches, and field petrographic and

grain-size data stops in the study area. Geologic unit symbols

used in Drawing 2 relate to standard geologic nomenclature

whenever possible. A conversion table relating these symbols to

the geologic unit nomenclature used in other Ertec reports is

contained in Appendix Table F-3.

A solid contact line separates basin-fill and rock units in

Drawing 2 to differentiate these two basic material types.

Basin-fill contacts are derived from photogeological mapping

with limited field reconnaissance and are dashed.

Classifications of potential sources of basin-fill road-base

aggregates are distinguished by different patterns and are

emphasized by a dark background tone.

The appendices contain tables that summarize the basic field

data collected during the course of the study and the subsequent

laboratory test procedures and results. Appendices A and B in-

(! clude DARS trench data and petrographic and grain-size analysis

data, respectively. Appendix C contains representative trench

logs. Appendix Table D-1 presents a laboratory testing flow

EErtar
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diagram for the road-base aggregates evaluation. Appendix F

includes three tables describing soil classification, caliche

development, and geologic unit cross reference.

3.1.4 Classification of Road-Base Aggregates

A classification system was designed to present the most likely

potential sources of basin-fill and crushed-rock road-base

aggregates. It was developed from an evaluation as well as from

an extrapolation of all available data.

This classification system is primarily based on laboratory test

results (gradation and abrasion and, to a lesser extent, sound-

ness) and geomorphological and compositional correlations. The

classification is presented in hierarchy form; classification of

* the highest potential source areas is described first and class-

ification of the lowest potential source areas is described

last.

Class Explanation

*RBIa Basin-fill or rock sources contain-
ing materials suitable for use as
road-base aggregates; based on
acceptable laboratory aggregate
test results.

Class RBIa includes those source areas where the potential for

suitable road-base aggregates is the highest. Each delineated

area has been sampled and tested. In order to assign Class RBIa

to a basin-fill deposit, the source must satisfy the overall

requirements outlined in Section 3.1.1.

Eriea
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Class Explanation

RBIb Basin-fill sources containing mate-
rials suitable for use as road-base
aggregates; based on correlation
with Class RBIa source areas.

Class RBIb basin-fill deposits are correlated to tested RBIa

deposits on the basis of limited laboratory sieve analysis data

and field observations. Field observations included petrograph-

ic and grain-size analyses which provided data on lithology of

adjacent source rock and general amounts and lithologies of

gravel present in the basin-fill units. Photogeologic interpre-

tations were also used to correlate Class RBIb deposits to RBIa

deposits. Specific geomorphological parameters included surface

texture, drainage patterns, relative relief, and topographic

profiles.

Class Explanation

RBII Potential basin-fill sources of ma-
* terials suitable for use as road-

base aggregates; based on photo-
geologic interpretations, field
observations, and limited or incon-
clusive sieve analysis and/or abra-
sion data.

Class RBII includes poorly defined, basin-fill aggregate sources.

Field observations and inconclusive field and laboratory data

indicate these deposits may be potentially acceptable for use

as road-base aggregate sources.

All classifications are based on limited data. Additional field

reconnaissance, testing, and case history studies are needed to

-rM
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confirm adequacy, delimit exact areal boundaries, and refine

chemical and physical characteristics.

3.2 SOURCES OF ROAD-BASE AGGREGATES

Only basin-fill units have been delineated as potential sources
t

of road-base aggregates in the Delamar Valley study area (Draw-

ing 2). The study approach in the evaluation of road-base

aggregates emphasized the analysis of basin-fill deposits and

dictated that only previously tested, crushed-rock sources be

discussed and classified. Although there are no previously

tested, acceptable rock sources delineated in Delamar Valley,

untested rock units may be suitable as sources of crushed-rock

aggregates.

3.2.1 Basin-Fill Sources

All three classes of road-base aggregates, Class RBIa, RBIb, and

RBII, are present in the basin-fill deposits of Delamar Valley

(Drawing 2).

3.2.1.1 Class RBIa

All Class RBIa deposits within the study area are located along

the eastern margin of the valley adjacent to the Delamar Moun-

tains and the southern extent of the Burnt Springs Range. The

Class RBIa deposit located against the northern boundary by the
p

Burnt Springs Range extends north into Dry Lake Valley (E-TR-

47-DL).

I EErte,
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There are seven Class RBIa basin-fill deposits within the study

area, all of which are alluvial fan units (Aaf). These basin-

fill deposits generally consist of poor- to well-graded, sub-

angular to subrounded sandy gravel. The gravel content of these

deposits ranges from a low of 31 percent to a high of 71 percent

but is generally 40 to 60 percent. Sand content ranges from 23

to 57 percent. Silt and clay content (below the overburden

layer) ranges from a low of three percent to a high of 16 per-

cent, but is generally between five to eight percent. Class

RBIa basin-fill sources commonly consist of 25 to 94 percent

carbonate clasts, 60 to 84 percent volcanic clasts, and 43 to 92

percent quartzite clasts. Carbonate and quartzite clasts are

concentrated in Class RBIa deposits in the east-central part of

the valley adjacent to the Delamar Mountains and in the deposit

that lies adjacent to the Burnt Springs Range near U.S. Highway

93. Volcanic clasts are abundant in the northern and southern

parts of the valley.

It has been observed that variations in grain-size gradations

occur within a deposit depending on sample location. In gen-

eral, gradations within a deposit are finer near the valley axis

and coarser near mountain fronts. Due to access restrictions,

samples were generally collected at distal and medial locations

within each deposit.

The gradation of Class RBIa deposits approximates the grain-size

distribution requirements stated in Section 3.1.1 (Figure 4).

The different RBIa deposits generally share the same gradation

Im
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characteristics; some cobbles and coarse gravel (oversized mate-

rial) are present, gravel passing the 1.5-inches sieve is defi-

cient, and fine gravel and sand passing 1-inch to No. 4 sieves

are within design gradation requirements. There are two excep-

tions to the RBIa gradation trends. The deposit sampled in

the north at locations 206 through 208 has a slight excess of

sand passing the No. 4 and No. 8 sieves. The RBIa deposit at

locations 226 through 228 (east-central portion of the valley)

is deficient in gravels passing the 1-inch to 0.75-inch sieves.

Material greater than 2 inches can be crushed and used to pro-

duce additional aggregates of all sizes. Additional minor

processing of all RBIa deposits will be necessary to conform to

the gradation requirements.

Laboratory abrasion tests performed on samples from all Class

RBIa deposits show a narrow range of 26.3 to 31.8 percent wear.

Laboratory MgSO 4 soundness tests performed on a selected group

of coarse Class RBIa deposits yielded results ranging from 5.1

to 20.8 percent loss. Except for the one high soundness test

loss of 20.8 percent, these test results are within acceptable

values for abrasion and soundness.

The areal extent of the Class RBIa deposits ranges from approxi-

mately 0.5 to 2.0 mi2 (1.3 to 5.2 km2 ). The thickness of these

Class RBIa deposits has been estimated to be at least 25 feet

(7.6 m). Generally, 60 to 90 percent of the material in these

deposits will be suitable for use as road base aggregates.

', . ' J.
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3.2.1.2 Class RBIb

Class RBIb basin-fill sources consist of alluvial and stream-

channel deposits that have been correlated to Class RBIa de-

posits and, therefore, are considered to contain material

acceptable for use as road-base aggregates. These deposits

occur only on the east side of the valley adjacent to the

Delamar Mountains and the Burnt Springs Range. Class RBIb

basin-fill deposits include six alluvial fan deposits (Aaf) and

one stream-channel deposit (Aal). The deposits of this class

are generally all adjacent to Class RBIa deposits.

Since Class RBIb basin-fill deposits are correlated to Class

RBIa deposits, they possess the same general characteristics as

the RBIa deposits. These characteristics are poorly to well-

graded, subangular to subrounded sandy gravel and gravelly sand

which consist of predominantly carbonate and volcanic clasts

with minor amounts of quartzite clasts.

Although variations in grain-size gradations will occur, depend-

ing on sample location within the deposit and the proximity of

* the deposit to its source area, Class RBIb deposits are inter-

preted to have gradation distributions similar to RBIa deposits.

The Class RBIb deposits vary in surface area from approximately

0.2 to 3.3 mi 2 (0.5 to 8.5 km 2 ). It is estimated that the

material sampled from these deposits and described above extends

to a depth of at least 25 feet (7.6 m). Generally, 60 to 90

percent of the material will be suitable for use as road-base

aggregates.9 itL
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3.2.1.3 Class RBII

Class RBII basin-fill aggregate sources are alluvial units that

are potentially acceptable for use as road base. These deposits

have been classified on the basis of limited field and labora-

tory data collected during this and other Ertec studies.

Class RBII deposits are eight widely spaced deposits located

along the southeastern portion of the valley adjacent to the

Delamar Mountains; in the west-central portion of the valley,

adjacent to the South Pahroc Range; and in the northeastern

portion of the valley, adjacent to the Burnt Springs Range. All

of the Class RBII deposits are alluvial fan units (Aaf).

Limited laboratory and field data used to define the Class RBII

deposits in the southeastern portion of the valley indicate that

they consist of sandy gravel and gravelly sand and are composed

predominantly of volcanic clasts with minor amounts of carbonate

and quartzite clasts. However, there may be considerable

variations from this general description within individual

deposits.

The Class RBII deposits on the west side of the valley are

known, on the basis of limited field data, to be composed of

gravelly sand with abundant volcanic clasts. The total areal

extent of the RBII deposits is approximately 25 mi2 (64.6 km2 ).
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4.0 CONCRETE AGGREGATES EVALUATION

4.1 STUDY APPROACH

The purpose of the concrete aggregates evaluation is to deter-

mine the suitability of aggregates within Delamar Valley for

use in concrete. To accomplish this, two objectives have been

established:

1. Evaluate the basic physical and chemical characteristics of
the aggregates; and

2. Determine the concrete making properties of the aggregates.

The study approach required to achieve these objectives included

a review of previous Ertec Verification (FN-TR-27-DM-I and II)

and aggregate reports (FN-TR-20D and FN-TR-37-a) for Delamar

Valley. This data base helped define the scope of the concrete

aggregates investigation and included office and field photo-

geologic and topographic interpretations, field reconnaissance,

and collection and laboratory testing of basin-fill samples.

4.1.1 Requirements for Concrete Aggregates

The following requirements for aggregates and concrete (made

using these aggregates) were established using criteria from the

American Society of Testing and Materials (1979), the "Concrete

Manual" prepared by the United States Department of the Interior

(1975) and Milos Polivka (1981, personal communication).

1. Aggregates

o Gradation - The aggregate gradation specifications used
by the American Society of Testing and Materials (1979;
C 33) were selected for evaluating the samples tested.
These grading specifications follow.

Erte
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Coarse Aggregates

Percent Passing Percent Passing
Sieve Size by Weight Sieve Size by Weight

2 inches 100 1 inch 100
1.5 inches 95-100 0.75 inch 90-100
1 inch --- 0.5 inch ---
0.75 inch 35-70 0.375 inch 20-55
0.50 inch No.4 0-10
0.375 inch 10-30 No.8 0-5
No.4 0-5

Fine Aggregates

Percent Passing
Sieve Size by Weight

0.375 inch 100
No.4 95-100
NO.8 80-100
No.16 50-85
No.30 25-60
No.50 10-30
No.100 2-10
No.200

o Abrasion - Los Angeles Machine abrasion losses for coarse
aggregates are not to exceed 50 percent.

o Soundness - Five-cycle magnesium sulfate (MgSO4 ) sound-
ness losses are not to exceed 18 percent and 15 percent
for coarse and fine aggregates, respectively. Although
not a requirement for the evaluation, five-cycle sodium
sulfate (NaSO4 ) soundness tests are performed on samples
that failed MgSO 4 testing. Resultant losses are not to
exceed 12 percent and 10 percent for coarse and fine
aggregates, respectively.

o Reactivity - Aggregates are to be nonreactive to alkali-
silica and alkali-carbonate rock tests. Results are in-
complete and will be submitted as an addendum to this re-
port.

2. Concrete

o Compressive Strength - The primary concrete requirement
is a 28-day compressive strength equal to or greater than
6500 psi.

I •
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o Static Modulus of Elasticity -Values of 3 to 6 million psi
at 28 days required.

o Splitting Tensile Strength - Values of 10 percent or less
of the compressive strength at 28 days required.

o Ultimate Drying Shrinkage - Values of 0.03 to 0.10 percent
(300 to 1000 millionths) required.

4.1.2 Data Acquisition and Analysis

4.1.2.1 Office Studies

office studies for the concrete aggregates evaluation required

preliminary basin-fill and rock unit differentiation based upon

photogeologic interpretations and published topographic and

geologic maps. All available data on basin-fill, grain-size

gradations were compiled to estimate gravel content for the

defined basin-fill units. All available test data on the

* aggregate properties of basin-fill and rock units were compiled

to select sample locations in units previously tested and found

preliminarily acceptable for use as concrete aggregate sources.

4.1.2.2 Field Studies

The field program involved backhoe excavation of five trenches

selected during office studies and initial field reconnaissance;

all the trenches were excavated to obtain samples of coarse and

fine aggregates (gravel and sand).

-j * Due to gradation variability in basin-fill deposits, field lim-

its of 30 percent or more gravel and 15 percent or less silt and

( clay were established as basic aggregate grain-size distribution

* requirements. Gravel is defined as coarse aggregates which pass

EErtee
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the 3.0-inch (75-mm) sieve and are predominantly retained on a

No. 4 (4.75-mm) sieve. Silt and clay particles are defined as

material passing through a No. 200 sieve (0.0029-inch [0.075-

mm]).

The five trenches excavated to collect basin-fill samples for

the evaluation of concrete aggregates were grouped into a set

150 feet apart (46 m) to characterize an individual basin-fill

unit. Trenches were excavated to depths ranging from 12 to 15

feet (3.7 to 4.6 m). Bulk representative samples averaged 400

pounds (182 kg) per trench.

Field studies also included 37 petrographic and grain-size data

field stops and valley-wide photogeologic field reconnaissance.

These analyses were performed to supplement and confirm the

office studies and to provide a broader data base for lithologic

and gradation correlations of basin-fill units.

4.1.2.3 Laboratory Testing

The laboratory aggregate testing program was performed in two

phases. The first phase consisted of standard tests for deter-

mining the basic properties of the aggregates and included

the following:

o Unit Weights and Voids in Aggregates;

o Standard Specifications for Concrete Aggregates;

0 Soundness of Aggregates, Magnesium Sulfate (MgSO 4 ) and Sodium

Sulfate (NaS04 );

o Sieve Analysis by Washing, less than No. 200 fraction;

o Fineness Modulus;

. . .. . . . . .,, . .
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0 Specific Gravity and Absorption, Coarse and Fine Aggregates;

o Resistance to Abrasion, Los Angeles Machine;

o Sieve Analysis, Coarse and Fine Aggregates; and

o Petrographic Examination of Aggregates for Concrete.

Generally, these tests were performed on aggregates from dif-

ferent locations within the same sources previously tested and

identified as the most promising in the VSARS program. This

repetitive testing was done to confirm the suitability of

aggregates for concrete (see Section 4.1.1, Requirements for

Concrete Aggregates). Table 1 lists the number of tests com-

pleted in Delamar Valley.

The second phase of the testing consisted of an evaluation of

the concrete-making properties of the aggregates when used in

the following three trial (check) concrete mixes:

Mix 1 - 7.5 sacks (94 pounds per sack) of cement per cubic
yard of concrete with 1.5-inches maximum aggregate
size;

Mix 2 - 8.5 sacks (94 pounds per sack) of cement per cubic
yard of concrete with 1.5-inches maximum aggregate
size; and

Mix 3 - 8.5 sacks (94 pounds per sack) of cement per cubic
yard of concrete with 0.75-inch maximum aggregate
size and a superplasticizer.

In all three trial mixes, fly ash, as a pozzolan, replaced 20

percent of the cement by weight. All concrete trial mix design

criteria are presented in Table 2. Samples were collected for

one basin-fill (coarse and fine aggregates) trial mix. Material

greater than 1.5 inches was crushed to conform to gradation

EEr
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i TOTAL NUMBER OF TESTSO
S AGGREGATE AND CONCRETE

ZW TEST DESCRIPTIONS 1  BASIN-FILL ROCK
CA IFA  ROCKI FA

C29 UNIT WEIGHT AND VOIDS IN AGGREGATE 1 -

C33 STANDARD SPECIFICATIONS FOR CONCRETE AGGREGATE 1 -

CBS SOUNDNESS OF AGGREGATE; Mg SO4 /NSO4

U Cl17 SIEVE ANALYSIS BY WASHING.< * 200 FRACTION 2 - -

4uL C125 FINENESS MODULUS - I - -
C,
~ C127 SPECIFIC GRAVITY/ABSORPTION, COARSE AGGREGATE 62 -- - -

C128 SPECIFIC GRAVITY/ABSORPTION. FINE AGGREGATE -- 3/1 - -

C131 RESISTANCE TO ABRASION, LOS ANGELES MACHINE 1 - --

C136 SIEVE ANALYSIS, COARSE AND FINE AGGREGATE 7 6 - -

C295 PETROGRAPHIC EXAM. OF AGGREGATES FOR CONCRETE I I -

C39 COMPRESSIVE STRENGTH OF CYLINDRICAL CONCRETE SPECIMENS 24 -

C138 UNIT WEIGHT, YIELD, AIR CONTENT OF CONCRETE 3 -

C143 SLUMP OF PORTLAND CEMENT CONCRETE 4 -

C157 LENGTH CHANGE OF HARDENED CEMENT MORTAR AND CONCRETE 30 -

C173 AIR CONTENT OF CONCRETE. VOLUMETRIC METHOD 3 -

LU C192 MAKING AND CURING CONCRETE SPECIMENS 3 -

u C227 POTENTIAL ALKALI-SILICA REACTIVITY, MORTAR-BAR METHOD 1 (P) 1- -

8 C469 STATIC MODULUS OF ELASTICITY, POISSONS RATIO OF CONCRETE 24IN COMPRESSION

C496 SPLITTING TENSILE STRENGTH OF CYLINDRICAL CONCRETE
SPECIMENS

MAKING AND TESTING ACCELERATED CURE CONCRETE 6 -

COMPRESSION TEST SPECIMENS
2 SELECTING PROPORTIONS FOR NORMAL AND HEAVY WEIGHT 3 -

222-1-77 CONCRETE 3

PROP. 3 POTENTIAL ALKALI-CARBONATE ROCK REACTIVITY. LENGTH 1 UPJ -

CHANGE METHOD

C3S 4  COEFFICIENT OF LINEAR THERMAL EXPANSION OF CONCRETE 6 UP) -

1. AMERICAN SOCIETY FOR TESTING AND MATERIALS (1973)
2. AMERICAN CONCRETE INSTITUTE (1977)

3. MIELENZ (1101 PROPOSED ASTM STANDARD TEST
4. UNITED STATES ARMY CORPS OF ENGINEERS 1I977) MX SITING INVESTIGATION

UDEPARTMENT OF THE AIR FORCE

liP) - TEST IN PROGRESS SMO/AFRCE-MX

BASIN-FILL SOURCES SUPPLIED BOTH COARSE AND
FINE AGGREGATES FOR CONCRETE MIX. LEDGE-ROCK AGGREGATE AND TRIAL MIX TESTS
SOURCES SUPPLIED COARSE AGGREGATES; LOCAL SAND CONCRETE AGGREGATES EVALUATION
SOURCES (GENERALLY COLLECTED WITH' A FEW MILES
OF CORRESPONDING LEDGE-ROCK SC iCES) SUPPLIED DELAMAR VALLEY, NEVADA
FINE AGGREGATES FOR CONCRETE ,MIX.

_ _ _ _ _ _ _ _ 21MAY 11 TABLS t
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CONCRETE TRIAL MIX DESIGN CRITERIA

CONCRETE CONSTITUENTS MIX 1 MIX 2 MIX 3
AND PROPERTIES 7.5/1.5 IN.1  8.5/1.5 IN. 1 8.5/0.75 IN.; SUPER. 1

VOLUME WEIGHT VOLUME WEIGHT VOLUME WEIGHT

CEMENT.
NEVADA TYPE 1 2Z87 564 3.25 639 3.25 6.39
(LOW ALKALI; FT3 . LBS)

FLY ASH.WESTERN
(REPLACES 20%OF CEMENT OJO 141 1.12 160 1.12 160
BY WEIGHT; FT 3. LBS)

SUPERPLASTICIZER-
(WRDA 9; oz/CWT) 2  1 - -

WATER REDUCER 5 -5 -5-

(WRDA 79; OZ/CWT)

AIR ENTRAINMENT
ADMIXTURE (DARAVAIR: 2.25 __ 1.25 __ 1.75 _

OZ/CWT [FT 3 ]) 1[1.061 [ 1.061 [1.061

SLUMP, MAXIMUM 343401
(INCHES)3434

AIR CONTENT, RANGE4-464-

(PERCENT)4646

WATER/CEMENT RATIO 03 .203
(BY WEIGHT)

CEMENT FACTOR
(SCy)4  7.5 8.5 8.5

1. SACKS OF CEMENT PER CYD / MAXIMUM
AGGREGATE SIZE

2. OZ/CWT - OUNCES/I 00 POUNDS OF CEMENT
AND FLY ASH 4111111 MX SITING INVESTIGATION

3. SLUMP BEFORE ADDITION OF SUPERPLASTICIZER offmC~jEATEN FTE I OC

4. SCY - SACKS OF CEMENT/CUBIC YARD SMOIAFRCE-MX
OF CONCRETE

CONCRETE TRIAL MIX DESIGN CRITERIA
DELAMAR VALLEY, NEVADA

_____________________________I"__ MAY SITAIS 2
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requirements. If necessary, coarse and fine aggregates were

processed to conform to gradation requirements.

The following tests were performed to evaluate fresh and hard-

ened properties of concrete made from Delamar Valley aggregates:

Fresh Properties

o Unit Weight, Yield and Air Content of Concrete;

o Slump of Portland Cement Concrete;

o Air Content of Concrete, Volumetric Method;

o Making and Curing Concrete Specimens;

o Making and Testing Accelerated Cure Concrete Compression Test
Specimens; and

o Selecting Proportions for Normal and Heavyweight Concrete.

Hardened Properties

o Compressive Strength of Cylindrical Concrete Specimens;

o Length Change of Hardened Cement Mortar and Concrete;

o Potential Alkali-Silica Reactivity, Mortar-Bar Method;

o Static Modulus of Elasticity of Concrete in Compression;

o Splitting Tensile Strength of Cylindrical Concrete Specimens;

o Potential Alkali-Carbonate Rock Reactivity, Length Change
Method; and

o Coefficient of Linear Thermal Expansion of Concrete.

The results of all tests summarized in Table 1 are important to

the concrete aggregates evaluation, but hardened concrete prop-

erties are considered the most significant (see Section 4.1.1,

Requirements for Concrete Aggregates). Although the primary

requirement for concrete is a 28-day compressive strength of

( UErtea
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6500 psi, one-day (accelerated), seven-day, and 90-day tests

were done to determine the range of compressive strength values.

In order to compare different aggregate sources, 28-day com-

pressive strengths of Mix 3 were always used.

Occasionally, fresh concrete properties varied from design con-

crete specifications and may have affected hardened concrete

test results. If known or significant, the causative factor and

its effect on test results are mentioned in the discussions on

sources of concrete aggregates (Section 4.2.1).

The scope of the study did not allow sample collection and

laboratory testing of all potential basin-fill and rock concrete

aggregate sources. Existing data and field petrographic and

grain-size analyses were used to correlate lithologic and grada-

tion properties to basin-fill units which were not sampled. An

important element of this correlation procedure was the use of

aerial photography to help delineate the lateral extent of

basin-fill deposits. Photogeologic field observations ascer-

tained geomorphological and topographical relationships of

basin-fill units and the source rock lithology and distribution

of predominantly gravelly materials.

No rock sources were examined in Delamar Valley, and limited

laboratory and field data prevented confident correlations of

tested sources outside the study area.
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4.1.3 Presentation of Results

Results of the concrete aggregates evaluation are presented

in the form of text, tables, figures, 1:62,500 scale drawings,

and appendices. Drawing 1 is a location map showing the posi-

tion in the study area of all data points used in the Detailed

Aggregate Resources Study. All data points are grouped by study

type and assigned categorized map numbers (see Section 3.1.3).

Drawing 3 presents the locations of the potential basin-fill

concrete aggregate sources, DARS trenches, and field petro-

graphic and grain-size data stops in the study area. Geologic

unit symbols used in Drawing 3 relate to standard geologic

nomenclature whenever possible. A conversion table relating

these symbols to the geologic unit nomenclature used in other

Ertec reports is contained in Appendix Table F-3.

A solid contact line separates basin-fill and rock units in

Drawing 3 to differentiate these two basic material types.

Basin-fill contacts are derived from photogeological mapping

with limited field reconnaissance and are also dashed. Rock

contacts were not delineated because of a lack of or limited

laboratory and field data.

Classifications of potential basin-fill concrete aggregate

sources are distinguished by different patterns and are empha-

sized by a dark background tone.

The appendices contain tables that summarize the basic field

data collected during the course of the study and the subsequent
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laboratory test procedures and results. Appendices A and B

contain DARS trench data and petrographic and grain-size data,

respectively. Appendix C contains representative trench logs.

Appendix Table D-2 presents a laboratory testing flow diagram

for the concrete aggregates evaluation. Appendix E presents the

chemical analyses of cement, fly ash, and water used in making

all concrete trial mixes. Appendix F includes three tables

describing soil classification, caliche development, and geo-

logic unit cross reference.

4.1.4 Classification of Concrete Aggregates

A classification system was designed to present the most likely

basin-fill and crushed-rock concrete aggregate sources. It was

developed from an evaluation as well as from an extrapolation of

all available data. Data include laboratory test results (com-

pressive strength of concrete and grain-size, abrasion, and

soundness of aggregates) and geomorphological and compositional

correlations.

The classification system groups potential aggregate sources

0 into three categories:

1. Aggregate sources which were used in concrete mixes - Class
CAI and Class CA2;

2. Aggregate sources which were subjected to basic aggregate
tests - Class CB; and

3. Untested aggregate sources which were correlated to Classes
CAl, CA2, or CB - Class CC and Class CC2.

The classification is presented in hierarchy form; classifica-

tion of the highest potential source areas is described first,
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and classification of the lowest potential source areas is de-

scribed last.

Class Explanation

CA1 Basin-fill or rock sources contain-
ing aggregates that produced trial
mix concrete with 28-day compres-
sive strengths equal to or greater
than 6500 psi using Mix 3 (Section
4.1.2).

CA2 Basin-fill or rock sources contain-
ing aggregates that produced trial
mix concrete with 28-day compres-
sive strengths less than 6500 psi
using Mix 3 (Section 4.1.2).

The Classes CAl and CA2 describe those specific sources where

basin-fill or crushed-rock aggregates have been collected

and used in making trial mix batches of concrete. Following

appropriate ASTM standards, concrete cylinders containing the

collected aggregates were made, cured, and tested for various

hardened concrete properties. The class is divided into two

categories by 28-day compressive strength test results.

Generally, aggregates from each potential source area have been

tested previously during the VSARS program. Confirmation test-

ing that includes gradation, abrasion, and soundness tests was

performed when applicable to ensure the continued acceptability

of a sample for use in concrete. Abrasion and MgSO 4 soundness

values do not exceed coarse aggregate requirements specified in

Section 4.1.1. Tested samples of fine aggregates used in the

concrete trial mixes consistently have MgSO 4 soundness losses

NEEte
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exceeding the required 15 percent maximum, however, NaSO4 sound-

ness losses generally do not exceed 10 percent.

Class Explanation

CB Basin-fill or rock sources contain-
ing aggregates potentially suitable
for use in concrete; based on
acceptable laboratory aggregate
test results.

The Class CB describes those source areas that have been sampled

and tested only for grain-size gradation, abrasion, and mag-

nesium sulfate soundness. Trial concrete mixes were not made.

* Gradation, abrasion, and soundness values specified in Section

4.1.1 were used to assign this classification to an aggregate

source.

Class Explanation

CC 1 Basin-fill or rock sources contain-
ing aggregates potentially suitable
for use in concrete; based on

* correlation with Class CAl or CA2
areas.

ACC2 Basin-fill sources of aggregates
potentially suitable for use in
concrete; based on correlation with
Class CB areas.

Untested Class CC deposits are correlated to tested Class CA or

CB deposits on the basis of field observations and limited field

and laboratory test results. Class CC basin-fill deposits

consist of units of the same apparent relative age as Class CA

and CB deposits.

Field observations and petrographic and grain-size analyses

provided correlative data on lithology of adjacent source rock
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and lithology and general amounts of gravel present in the

basin-fill units. Photogeologic interpretations were also

used to correlate Class CC basin-fill deposits to Class CA or CB

basin-fill deposits. Specific geomorphological parameters cor-

related during the procedure included surface texture, drainage

patterns, relative relief, and topographic profiles.

All classifications are based on limited data. Additional field

reconnaissance, testing, and case history studies are needed to

confirm adequacy, delimit exact areal boundaries, and refine

chemical and physical properties.
1

4.2 SOURCES OF CONCRETE AGGREGATES

Only basin-fill deposits have been classified as potential

sources of concrete aggregates in Delamar Valley. The study

approach in the evaluation of concrete aggregates emphasized the

analysis of basin-fill deposits and dictated that only previous-

ly tested, acceptable crushed-rock sources be sampled and/or

evaluated. Although there are no previously tested, acceptable

rock sources delineated in Delamar Valley, untested rock units

H 9may be suitable as sources of crushed-rock aggregates.

4.2.1 Basin-Fill Sources

Basin-fill sources of concrete aggregates are grouped into four

classes. Deposits defined on the basis of laboratory test data

are included in Class CAl and Class CB. Untested basin-fill

deposits correlated to deposits with test data are in Classes

CC1 and CC2.
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4.2.1.1 Class CAl

There is one Class CAt basin-fill concrete materials source

identified within the study area. This deposit is located on

the east side of the valley adjacent to the Delamar Mountains.

1. The Class CAl basin-fill source is an alluvial fan deposit
(Aaf) located adjacent to the Delamar Mountains between
latitudes 37015'N and 37*30'N (Drawing 3). This deposit
consists mainly of poorly graded, sandy gravel. The gravel
ranges from 58 to 71 percent of the deposit (excluding
cobbles and boulders), and the sand ranges from 23 to 35

percent. Cobbles and boulders comprise about seven percent
of the total material within the deposit. Silt and clay
comprise from six to nine percent of the deposit.

The gravel clasts sampled from the Class CA1 deposit are typi-

cally subangular to subrounded in shape. Approximately 61

percent of the gravel clasts are of satisfactory physical qual-

ity; 30 percent are porous, weak, and internally fractured and

are of fair physical quality; and about nine percent are soft

or highly porous and are of poor quality. The collected gravel

sample is composed of approximately 66 percent dolomite, 11

percent limestone and dolomitic limestone, five percent quartz-

ite and quartzose sandstone, and 16 percent coating material,

volcanic, chert, and tuffaceous material. About 57 percent of

the gravel clasts are partially or completely coated by calcar-

eous material. The dolomite and dolomitic limestone clasts may

be susceptible to a deleterious degree to the alkali-carbonate

reaction. Volcanic, chert, and tuffaceous materials are suscep-

tible to the alkali-silica reaction.

The sand particles from the sampled Class CAl deposit are typi-

cally angular to subrounded in shape and are generally similar
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in composition, but not quality, to the gravel clasts within

the deposits. Approximately 38 percent of the sampled sand

particles are satisfactory in physical quality; 49 percent are

porous, weak, or internally fractured and are of fair physical

quality; and about 13 percent are soft, highly porous particles

and are of poor quality. All the sand is considered to be

marginally susceptible to a deleterious degree to the alkali-

carbonate reaction and susceptible to the alkali-silica reac-

tion.

The percentages of coarse aggregates passing the 1-inch to No. 4

sieves within the Class CAl deposit conform to the design

gradation requirements (Figure 5). The percentages of coarse

aggregates passing the 2- to 1.5-inch sieves are deficient, and

oversize clasts are available for crushing. The percentages of

fine aggregates do not conform to design gradation requirements.

There is a deficiency of coarse sand passing the No. 8 sieve and

an excess of fine sand passing the No. 50 to No. 200 sieves.

Processing will be necessary to bring the deposit within grada-

tion requirements. Variations in grain-size gradations will

occur within the deposit depending on proximity to the source

area. In general, this source is relatively fine grained near

the valley axis and coarse grained adjacent to the mountain

fronts.

A coarse aggregate sample from this Class CAl deposit was

subjected to laboratory abrasion and MgSO 4 soundness tests and

yielded losses of 29.1 and 5.1 percent, respectively. These

values for abrasion and soundness are well within acceptable
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ranges for coarse concrete-construction-material use. The fine

aggregate sample from this Class CAl deposit was subjected to

both MgSO 4 and NaSO 4 soundness tests. The sample failed the

MgSO 4 soundness test with a 23.3 percent loss but passed the

NaSO 4 soundness test with a 3.3 percent loss.

Concrete (Mix 3) made using the aggregates from the Class CAl

deposit had a 28-day compressive strength of 7690 psi and a

90-day compressive strength of 8785 psi. Concrete trial Mixes

1 and 2 yielded 28-day compressive strengths of 4545 psi and

5525 psi, respectively (Table 3). The air content of Mix 1

(9.0 percent) was higher than the maximum air content as speci-

fied by the mix design (6.0 percent) and may have caused a

lowering of the compressive strengths of this mix. Fresh con-

crete properties and hardened concrete test results (chord

modulus of elasticity, splitting tensile strength, drying

shrinkage) are also included in Table 3. All test results for

hardened concrete except for Mix 1 are within or exceed the

requirements mentioned in Section 4.1.1.

The areal extent of the Class CAl deposit is approximately 0.7

mi 2 (1.8 km 2 ). It is estimated that the material sampled

from this deposit and described above extends to a depth of at

least 25 feet (7.6 m). It is also estimated that this deposit

has a yield of 75 to 80 percent after gradation deficiencies,

handling, poor-quality constituents, and silt and clay losses.
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4.2.1.2 Class CB

Class CB basin-fill aggregate sources are alluvial deposits that

have been sampled and laboratory tested and, on the basis of

test results, are considered to be potential sources of concrete

aggregates. Class CB deposits have not been used in concrete

trial mixes. Test results show that these deposits contain at

least 30 percent gravel clasts of all sizes (No. 4 sieve size to

3-inches), have less than 50 percent abrasion wear, and where

applicable, have less than 18 percent loss when subjected to a

MgSO 4 soundness test.

There are five Class CB sources along the east side of the study

area, and all are alluvial fan (Aaf) deposits. Four are located

adjacent to the Delamar Mountains, and one is located near U.S.

Highway 93 adjacent to the Burnt Springs Range.

Class CB basin-fill deposits generally consist of poorly to

well-graded, subangular to subrounded gravelly sand and sandy

gravel. The gravel content of most Class CB deposits ranges

from about 30 to 60 percent, and the silt content ranges from

four to 16 percent. Most deposits are composed of a few to 69

percent carbonate and quartzite clasts and eight to 84 percent

volcanic clasts.

The percentages of coarse aggregates passing the 1-inch to No. 4

sieves within the Class CB deposit conform to design gradation

requirements (Figure 6). The percentages of coarse aggregates

passing the 2- to 1.5-inches sieves are slightly deficient, and
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oversize material is available for crushing. Although the

percentage of coarse sand generally meets designs requirements,

the percentage of fine sand passing the No. 50 to No. 100 sieves

is excessive. Variations in grain-size gradations will occur

within the deposit depending on proximity to the source area.

In general, the deposits are relatively finer-grained near the

valley axis and coarser-grained near the mountain fronts.

Laboratory abrasion tests performed on samples from all Class CB

deposits resulted in fairly low percent wear values ranging from

26.3 to 31.8 percent. MgSO4 soundness tests performed on the

coarse aggregates from two of the Class CE samples resulted in

values of 12.7 and 17.4 percent loss.

The areal extent of Class CE deposits range-, from 0.6 to 1.1

mi2 (1.6 to 2.8 kin2). It is estimated that the material sampled

from these deposits extends to a depth of at least 25 feet

(7.6 m) and will have a yield of 60 to 80 percent.

4.2.1.3 Class CC1

The Class CC1 deposit within the study area is located on the

east side of the valley adjacent to the Delamar Mountains. it

is an alluvial fan unit that has been correlated to the Class

CAl deposit on the basis of geomorphological and compositional

similarities.

The Class CC1 deposit is therefore considered to be a potential

* source of concrete aggregate consisting of poorly graded,

subangular to angular sandy gravel of generally satisfactory
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physical quality. The lithology of the deposit is predominantly

quartzite, limestone, and dolomite with trace amounts of other

rock types. The areal extent of the Class CC1 deposit is 1.3

mi2 (3.4 km2 ).

4.2.1.4 Class CC2

Class CC2 basin-fill aggregate sources are alluvial deposits

that have been correlated to Class CB concrete aggregate sources

on the basis of geomorphological and compositional similarities.

These deposits are therefore assumed to contain material similar

in size and composition to Class CB deposits. Class CC2 depos-

its are located along the east side of the valley adjacent to

the Delamar Mountains and have an areal extent ranging from

0.2 to 3.3 mi2 (0.5 to 8.5 km2 ).

EErtae
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5.0 CONCLUSIONS

Results of the Detailed Aggregate Resources Study indicate that

there are sufficient quantities of aggregates available for the

construction of the MX missile system in the Delamar Valley

study area.

Good to high quality basin-fill coarse aggregates are present

along the east side of the valley. Sufficient quantities of

poor to satisfactory quality, fine aggregates are present in

basin-fill deposits in the valley. After shelter layouts are

finalized, potential borrow areas can be delineated based on the

results of this study.

Although most rock will supply acceptable coarse aggregates,

no sources are delineated in this study. Sufficient quantities

of basin-fill aggregates within the valley will probably make

processing of crushed-rock aggregates unnecessary.

As discussed in the report, field studies placed an arbitrary

cut-off limit of a minimum of 30 percent gravel for the source

to be considered for road-base or concrete aggregates. Never-

theless, basin-fill deposits with less than 30 percent gravel

are also probably potentially suitable for use as aggregates.

However, yield from such sources will be low and extensive

processing and/or blending will be required to satisfy the

gradation requirements.

EMI
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5.1 ROAD-BASE AGGREGATES

5.1.1 Class RBIa Sources

Seven basin-fill deposits consisting of good- to high-quality

coarse aggregates acceptable for road base have been located

within the study area. They are confined to the east side of

the valley and have an areal extent of approximately 6.8 mi2

(17.6 km2 ).

Gradation analyses indicate that, where sampled, the deposits

approximate ASTM standards and DARS requirements. Sand and fine

gravel sizes are within design gradation requirements. Gravels

passing the 1.5- to 1-inch sieves is deficient. Crushing and

blending the coarse gravels and cobbles should bring individual

deposits within design gradation requirements. In addition,

grain-size variations will occur depending on sample location

within the deposit. Generally, finer grained material can be

obtained nearer the valley axis, and coarser grained material

can be obtained near mountain front source areas.

Abrasion and soundness results on tested samples are also within

ASTM standards and DARS requirements.

5.1.2 Class RBIb Sources

Seven basin-fill deposits within the study area are defined as

potential sources of good- to high-quality coarse aggregates

for use as road-base construction material. Geomorphological

and compositional similarities were used to correlate these

units to tested RBIa deposits. The units include alluvial fan

deposits (Aaf) and one stream channel deposit (Aal). All are
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confined to the east side of the valley. Their total areal

extent is approximately 12 mi 2 (31.1 km2 ).

5.1.3 Class RBII Sources

Eight potential road-base aggregate sources defined by limited

field and laboratory data are present throughout the study area.

All deposits are alluvial fans, consist predominantly of sandy

gravel or gravelly sand, and are compositionally similar to

Class RBIa and RBIb deposits. These deposits have a total areal

extent of approximately 25 mi2 (64.8 km2 ).

5.2 CONCRETE AGGREGATES

5.2.1 Class CAt Sources

One alluvial fan basin-fill deposit consisting of good- to high-

quality aggregates that produced concrete with 28-day compres-

sive strengths equal to or greater than 6500 psi has been de-

lineated within the study area. Chord modulus of elasticity,

splitting tensile strength, and drying shrinkage results gen-

erally conform to the standard concrete requirements.

Gradation results indicate that, where sampled, the deposit

approximates ASTM standards and DARS requirements. Typically,

percentages of medium and fine gravel (1-inch to No. 4 sieves)

conform to gradation specifications, but there is a lack of

coarse gravel passing the 2- to 1.5-inch sieves. The fine

aggregate samples generally contain a deficiency of coarse sand

passing the No. 8 sieve and an excess of fine sand passing the

No. 50 to No. 200 sieves. Processing of basin-fill deposits
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will be necessary to bring gradations within design require-

ments. Crushing of over-sized materials will produce more

aggregates of all sizes. Wasting will remove excess fine sand.

In addition, variations in grain-size gradation will occur

within the deposit depending on proximity to the source area.

Aggregates are relatively finer grained near the valley axis and

coarser grained near the mountain fronts.

Results of abrasion and soundness tests performed on coarse

aggregates from the Class CAl deposit are also within specified

ASTM and DARS requirements. The fine aggregates within the
deposit are generally of lower quality (high MgSO 4 soundness

losses) but results are inconclusive regarding their use as

concrete construction material. The Class CAt deposit is

located on the east side of the valley and has a total areal

extent is approximately 0.7 mi2 (1.8 km2 ).

5.2.2 Class CB Sources

Five basin-fill deposits consisting of good- to high-quality

coarse aggregates potentially acceptable for use as concrete

construction material were delineated within the study area.

These deposits are all alluvial fan units (Aaf) and are confined

to the east side of the valley. Their total areal extent is

approximately 4 mi2 (10.4 km2 ). No concrete trial mixes were

made, but gradation, abrasion, and soundness test results on

samples from these deposits were generally within acceptable

ranges as specified by ASTM standards and DARS requirements.
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5.2.3 Class MC Sources

One basin-fill alluvial fan unit in the study area is classified

as a potential source of concrete aggregates. The unit is cor-

related to the Class CAl source based on geomorphological and

compositional similarities. This deposit has a total areal ex-

tent of approximately 1.3 mi2 (3.4 km2 ).

5.2.4 Class CC2 Sources

Several alluvial units located along the east side of the valley

are classified as potential sources of concrete aggregates.

Units were correlated to Class CB sources on the basis of geo-

morphological and compositional similarities. They have a total

areal extent of approximately 7 mi2 (18.1 km2 ).
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6.0 RECOMMENDATIONS FOR FUTURE STUDIES

The conclusions of this Detailed Aggregate Resources Study of

Delamar valley, as enumerated in Section 5.0, are based on

P limited field and laboratory test results. However, the results

presented in this report provide sufficient data for selecting

potential borrow areas. After selection of the borrow areas,

more extensive studies are required to further determine the

characteristics of the aggregates.

6.1 SOURCES OF ROAD-BASE AGGREGATES

It is recommended that additional field exploration (backhoe or

drilling) and detailed laboratory testing be performed. The

laboratory tests should consist of sieve analysis, resistance to

abrasion, CBR, and other appropriate tests as deemed necessary

by the designers.

6.2 SOURCES OF CONCRETE AGGREGATES

It is recommended that additional field investigations (backhoe

or drilling) and detailed laboratory testing be performed. The

aggregate samples should be subjected to the following tests:

o Sieve Analysis;
o Resistance to Abrasion;
o Soundness;
o Specific Gravity and Absorption; and
o Petrographic Examination of Aggregates for Concrete.

In addition, the following detailed tests using concrete made

from these aggregates should be performed:

o Compressive Strength;
o Splitting Tensile Strength;
o Flexural Strength;
o Shrinkage;

* ~Ertae
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o Thermal Expansion;
o Modulus of Elasticity;
o Potential Alkali-Silica Reactivity;
o Potential Alkali-Carbonate Rock Reactivity; and
o Resistance of Concrete to Rapid Freezing and Thawing.

It is recommended that concrete trial mixes with different sizeI aggregates and admixtures be made in order to assess the vari-

ation in compressive strength, durability, shrinkage, and

tbermal properties of concrete.

Limited testing performed during the Delamar Verification

studies (FN-TR-27-DM-I and II) indicate that the potential for

sulfate attack of soils on concrete is "negligible." However,

it is recommended that additional studies be made to further

evaluate the potential for sulfate attack of soils on concrete

and determine the type of cement to be used in concrete.

Er=a
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FIELD AND LABORATORY TEST DATA

Field observations and laboratory test data on samples collected

at selected stations are presented in Table A-i. Field stations

were established at various locations throughout the study area

where detailed descriptions of potential basin-fill and fine

aggregate sources were recorded. Detailed explanations for the

column headings of Table A-i are as follows:

COLUMN HEADING EXPLANATION

MAP NUMBER Map numbers are sequentially arranged
identifiers of field stations occupied
during the course of the aggregate
study.

FIELD STATION These designations are internal DARS
identifiers of all field stations. Each
one consists of a two-letter valley
abbreviation followed by the letter A
(aggregate trench).

LOCATION The location column lists the geographic
portion of the valley in which the field
station is located (e.g., NE-northeast).

GEOLOGIC UNIT The geologic unit listed is a term used

to differentiate basin-fill deposits
based on geomorphology. A geologic unit
cross reference, outlining all units
used, is included as Table F-3.

MATERIAL DESCRIPTION Material descriptions are based on ei-
ther field or laboratory USCS classifi-
cations using appropriate ASTM stand-
ards for basin-fill deposits. Coarse
and fine aggregate gradations used in
concrete trial mix designs are included
at the end of each concrete aggregate
trench group.

USCS SYMBOL Appropriate field or laboratory ASTM
standards are used to classify sampled

E-Ert
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material. The Unified Soil Classifica-
tion System is used in this study.
Table F-1 contains detailed information
on the USCS.

FIELD OBSERVATIONS

Boulders and/or The estimated occurrence of boulders and
Cobbles cobbles is based on an appraisal of the

entire deposit. Cobbles have an inter-
mediate diameter of 3 to 12 inches (8 to
30 cm); boulders have an intermediate
diameter of 12 inches (30 cm) or more.
Because of sample-size limitations,
boulders were not generally sampled.
Cobbles were representatively sampled
for concrete aggregate evaluations but
only generally sampled for road-base
aggregate evaluations. Field observa-
tions of boulders and cobbles are impor-
tant considerations for in-situ grada-
tions only. Number percentages are
equated to the following equivalent dry
weight terms:

Rare - 1 - 4 percent
Few - 5 - 20 percent
Some - > 20 percent

Gravel Coarse aggregate particles that pass a
3-inch (76-mm) sieve but are predomi-
nantly retained on a No. 4 (4.75 mm)
sieve.

Sand Fine aggregate particles that almost
entirely pass a No. 4 sieve but are
predominantly retained on a No. 200
(0.075 mm) sieve.

Fines Soil particles *that pass a No. 200 sieve
(silt and clay).

overburden Surf icial soil overlying a usable aggre-
Thickness gate deposit. Material generally con-
(Feet) sists of silt and sand with low concen-

.4trations of gravel. Numbers presented
indicate thickness of deposit in feet.

Total Trench Depth, in feet, of trench excavation
Depth (Feet) used to collect aggregate samples.

Depth followed by the letter R indicates
that depth below which soil strength
exceeded excavation capability. The
common conditions for refusal (R) are
calcium carbonate accumulation (caliche)
and/or presence of oversized material.

H&de
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Deleterious Deleterious materials are substances
Materials that are potentially detrimental to con-
(Material/Depth/ crete in service. Substances that may
Stage) be present include: organic impurities,

low density materials (ash, vesicle,
pumice, cinders), amorphous silica
(opal, chert, chalcedony), volcanic
glass, caliche and clay coatings, mica,
gypsum, pyrite, chlorite, friable mate-
rials, and aggregates that may react
chemically or be affected chemically by
other external influences. The most
common deleterious material is calcium

carbonate accumulation (caliche). When
it is abundant, the interval(s) at which
it occurs and the stage of development
(Table F-2) are listed. Caliche can
occur disseminated throughout a deposit,
as lenses, and as discrete layers. The
depth space is left blank when caliche
is present throughout the deposit.

Plasticity Plasticity index (PI) is the range of
(Index) water content, expressed as a percentage

of the weight of the oven-dried soil
(less than No. 40 sieve material),
through which a soil behaves plastical-
ly . It is defined as the liquid limit
minus the plastic limit. Field terms
used to approximate plasticity index
range include the following.

Plasticity PI Wet Consistency

Slight (4-15) Slightly sticky; after pressure, soil
adheres to both thumb and finger but
comes off cleanly. Does not appreciably
stretch.

Medium (15-30) Sticky; after pressure, soil adheres to
both thumb and finger and tends to
stretch somewhat before pulling apart
from either digit.

High (>30) Very sticky; after pressure, soil ad-
heres strongly to both digits and is
markedly stretched when digits are
separated.

Hardness Hardness determination is a field test
used to identify materials that are soft
or poorly bonded by estimating their
resistance to crushing by impact with a

Ee ,.
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rock hammer. Classification terms used
include:

Soft Hammer point indents deeply with firm
blow.

Moderately Hard Hammer point indents only shallowly with
firm blow.

Hard Hammer breaks hand-held sample with one
firm blow.

Very Hard Hammer breaks intact sample with many
blows.

Weathering Weathering is defined as any changes in
color, texture, strength, chemical
composition, or other properties of rock
due to the effects of various atmospher-
ic conditions. Field terms used to
classify degree of weathering include:
fresh, slight(ly), moderate(ly), or very
weathered.

LABORATORY TEST DATA

Sieve Analysis A sieve analysis is the determination of
(ASTM C 136) the proportions of particles existing

within certain size ranges in granular
material by separation on sieves of
different size openings, expressed as a
weight percent of the total sample.
Numbers presented represent the percent
of the sample passing through the stated
sieve size. Sieve sizes include:
3-inch (75-mm), 2 1/2-inch (63-mm),
2-inch (50-mm), I 1/2-inch (38.1-mm),
1-inch (25-mm), 3/4-inch (19-mm),
1/2-inch (12.5-mm), 3/8-inch (9.5-mm),
No. 4 (4.75-mm), No. 8 (2.36-mm) No. 16
(1.18-mm) No. 30 (0.6-mm), No. 50
(0.3-mm), No. 100 (0.15-mm), No. 200
(0.075-mm).

Specific Gravity In general, specific gravity is defined
and Absorption as the ratio of the weight in air of a
(ASTM C 127 and 128) unit volume of material to the weight in

air of an equal volume of water.
Absorption is the process by which a
liquid is drawn into and tends to fill
permeable pores in a porous solid body,
also, the increase in weight of a porous

EEMta.
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solid body resulting from the penetra-
tion of a liquid into its permeable
pores. Specific definitions of bulk,
bulk saturate- surf ace-dry (SSD), and
apparent specific gravity, as well as
absorption are contained in ASTM-E 12-70
and C 125, respectively.

pFineness Modulus Fineness modulus is an empirical factor
obtained by adding the total percentages
of a sample of aggregate, retained on
each of a specified series of sieves,
and dividing the sum by 100.

Unit Weight Unit weight is the weight of a unitI~ I volume of dry, rodded aggregate, common-
ly expressed as pounds per cubic foot
(pcf).

Abrasion Test The abrasion test is a method for test-
(ASTM C 131) ing resistance to wearing away by rub-

bing and friction, by placing a speci-
fied quantity of aggregates in a steel
drum (the Los Angeles testing machine),
rotating the drum 500 times, and deter-
mining the percent of material worn
away.

Soundness Test Soundness tests are used to determine
(ASTM C 88) resistance to large or permanent volume

changes of aggregates by placing samples
in saturated solutions of magnesium or
sodium sulfate. The test furnishes
information useful in studying resist-
ance to weathering action, particularlyii when adequate service records of the
material tested are not available. For
concrete aggregate tests, magnesium
sulfate soundness tests are run first.
If the material fails this test, sodium
sulfate soundness tests are performed.

Petrographic A petrographic examination is a proce-
Examination dure used to identify the physical and
(ASTM C 295) chemical properties of aggregates that

have a bearing on the quality of the
material in consideration of itsIintended use. Typical properties
analyzed include: description and
classification of constituents, relative
amounts of constituents, particle
coatings, rock type, particle condition

IEtgc
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and particle shape, texture and struc-

ture, color, mineral composition and
heterogeneities, and presence of con-
stituents known to cause deleterious
chemical reactions in concrete.

Alkali Reactivity

Alkali-Silica A potential alkali-silica reactivity

ASTM C 227 test evaluates the susceptibility of
cement-aggregate combinations to expan-
sive reactions involving the alkalies

sodium and potassium by measurement of
the increase (or decrease) in length of
mortar bars containing the combination
during storage under prescribed condi-
tions of test.

Alkali-Carbonate A potential alkali-carbonate reactivity
ASTM Proposed test evaluates the susceptibility of
Standard cement-aggregate combinations to expan-

sive reactions involving the carbonates

of dolomite (in certain calcitic dolo-
mites and dolomitic limestones) by mea-

surement of the increase (or decrease)
in length of concrete specimens (prisms)
containing the combination during

storage under prescribed conditions of
test. This test is a proposed ASTM
standard and has not been formally
approved by the American Society of
Testing and Materials.

AGGREGATE USE

CLASSIFICATION

Road Base RBIa Basin-fill or rock sources containing

Aggregates materials suitable for use as road-base
aggregates; based on acceptable labora-
tory aggregate test results.

RBIb Basin-fill sources containing materials
suitable for use as road-base aggre-
gates; based on correlation with Class
RBIa areas.

RB II Potential basin-fill sources of materi-
als suitable for use as road-base aggre-
gates; based on photogeologic interpre-
tations, field observations, and limited
or inconclusive sieve analysis and/or
abrasion data.
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Concrete CAl Basin-fill or rock sources containing
Aggregates aggregates that produced trial mix con-

crete with 28-day compressive strengths
equal to or greater than 6500 psi.

CA2 Basin-fill or rock sources containing

aggregates that produced trial mix con-
crete with 28-day compressive strengths
less than 6500 psi.

CB Basin-fill or rock sources containingaggregates potentially suitable for use
in concrete; based on acceptable labor-
atory aggregate test results.

CCl Basin-fill or rock sources containing
aggregates potentially suitable for usein concrete; based on correlation with

Class CA1 or CA2 source areas.

CC2 Basin-fill sources containing aggregates
potentially suitable for use in con-
crete; based on correlation with Class
CB source areas.

FA Basin-fill sources containing fine
aggregates used with crushed-rock sam-
ples for certain concrete trial mixes.

ZEErtgri
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c- a DISTRIBUTIC
Lu Lo u3 MATERIAL F1

co FIELD GEOLOGIC MATERIAL USCS < i THANCOBSI
- LOCATION (n M (PERCEN

Z STATION UNIT DESCRIPTION SYMBOL CC M
z u.J0 uJ
< >

0 0 ir <

201 DM-A-I Delamar Aaf Gravelly Sand SP-SM -/Rare 20 68
Valley, N

202 DM-A-2 Delamar Aaf Gravelly Sand SM -/Rare 22 65
Valley, N

203 CtM-A-3 Delamar Aaf Sandy Gravel G-GM -/Few
Valley, N

204 CM-A-4 Delamar Aaf Sandy Gravel GP -/Few
Valley, N

205 DM-A-5 Delamar Aaf Gravelly Sand SP-SM -/Few
Valley, N

EM-A(3, Aaf Sandy Gravel Ge-GM - / -

4, 5)

206 DM-A-6 Delarnar Aaf Gravelly Sand SP -/Rare
Valley, C

207 DM-A-7 Delamar Aaf Gravelly Sand SP -/Rare
Valley, C

208 DM-A-8 Delarnar Aaf Gravelly Sand SP -/Few
Valley, C

DM-A-(6, Aaf Gravelly Sand SP - / -

7, 8)

209 CM-A-9 Delamar Aaf Gravelly Sand SP-SM - / - 28 64
Valley, E

210 DM-A-10 Delamar Aaf Gravelly Sand SP-SM - / - 27 63
Valley, E

211 nm-A-11 Delamar

Valley, C

t /



FIELD OBSERVATIONS

O DISTRIBUTION OF
Z ' MATERIAL FINER Z TOTAL DELETERIOUS z

< THAN COBBLES w TRENCH I--

V(PERCENT) le DEPTH MATERIALS L ,,, ,,

L j0 z m0 w c ,, (FEET; R= 0 1oan- I-", ) > ud X , I REFUSAL n," cr", z ' > < 3 21C <D (MATERIAL/DEPTHS/ < "'

00 Z z 0 DEPTH) IN. IN. I N
< , STAGE)

/Rare 20 68 12 1.5 10.0(R) Caliche/2-5/III Sliqht

/Rare 22 65 13 1.0 10.0(R) Caliche/3.5-7.5/III None

/Few 0.0 13.5 Caliche/7-9/II None 100 95.7 94.

/Few 0.0 13.0 Caliche/3-4.2, None 100 93.2 89.
7.5-9, 11-12/I

/Few 0.0 9.0(R) Caliche/ - /I, II Slight 97.2 97.2 97.

100 97.8 95.

are 1.0 14.0 Caliche/1-3.4/ 11 100 97.

/Rare 1.0 13.0 Caliche/1-4.5/ II 100 98,

/Few 1.0 13.0 Caliche/1-4/ I[ 96.8 96.8 93,

100 98.7 97,

/ - 28 64 8 3.0 11.5 Caliche/3-7/ III

/ - 27 63 10 1.5 10.5 Caliche/1.5-5.5/ III

1.0 2.5(R) Caliche/1.5-2.5/ IV



LABORATORY T4
SPECIF C GRAVITY ANI1

ASTM C 127 AN
SIEVE ANALYSIS, ASTM C 136 (PERCENT PASSING) COARSE AGGREGATE __

SPECIFIC GRAVITY SP

2 11-2 1 3/4 1/2 3/8 NO. NO. NO. NO. NO. NO. NO.

N. IN. IN. IN. IN. IN. 4 8 16 30 50 100 200 BULK BULK APAR u

94.1 91.0 82.1 76.2 69.0 63.4 50.1 39.1 29.0 21.2 15.2 10.9 7.8

89.2 83.7 75.1 68.4 57,4 48.9 35.0 26.3 18.7 13.1 8.6 5.6 3.5

97.2 95.2 91.1 86.9 78.9 73.6 56.9 44.3 32.9 24.7 18.4 13.8 10.5

95.6 94.2 87.7 82.1 74. 67.9 53.5 39.9 29.4 21.8 15.9 11.6 8.2

97.0 94.6 94.2 90.0 83.2 77.2 64.7 52.7 38.4 24.4 13.4 7.8 5.0

98.8 97.9 93.7 89.2 83.8 78.7 66.8 54.0 35.9 19.8 10.0 5.9 4.2

93.4 92.3 83.2 77.0 71.7 66.4 58.0 48.4 33.1 18.3 8.9 5.0 3.2

97.1 96.7 93.2 89.7 83.5 77.2 64.5 52.0 34.9 19.5 9.8 5.6 3.8

- -_____ .. ,---,-.-
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LABORATORY TEST DATA

SPECIFIC Gv AVITY AND ABSORPTION,
ASTM C 121 AND C 128 SOUNDNESS TEST, ASTM C 88

AGGREGATE FINE AGGREGATEABSIN(ECTLO)
FINENESS TEST __________

RAVITY R SPECIFICGGRAVITY MDLS UNIT WEIGHT AST MC 131 COARSE FINE EA
a_ (PERCENT)ULU AGGREGATE AGGREGATE EA

u 00
V)u )WEAR) MgO NSO MgO Na4

K APPAR co a- BULK BULK APPAR. M wjMS4NS4 g0 a
ENT < ~ SSD ENT < R-

27.8 17.4 41.4

29.6



SOUNDNESS TEST, ASTM C 88 A L z
ABRASION (PERCENT LOSS) ALKALI REACTIVITY n 2

TEST PETROGRAPHIC .,-

WEIGHT ASTM C 131 COARSE FINE EXAMINATION SILICA CARBONATE < _
AGGREGATE AGGREGATE METHOD, METHOD, (D.9.

(PCF) (PERCENT ASTM C 295 ASTM C 227 PROP. ASTM " '
WEAR) (LENGTH (LENGTH

MgSO4 NaSO4 MgSO4 NaSO4 CHANGE, CHANGE,
PERCENT) PERCENT) < u

RBIb,-

RBIb,-

*BIa,CB

* RBIa,CB

IMIa,CB

27.8 17.4 41.4 RBIa,CB

RBIaCB

RBIa,CB

RBIa,CB

29.6

RBIa,CB

MX SITING INVESTIGATIONEJr-teP DEPARTMENT OF THE AIR FORCE
me Evlh khogoo BMO/AFRCE-MX

SUMMARY OF FIELD AND LABORATORY
TEST DATA

DELAMAR VALLEY, NEVADA

29 MAY 81 TABLE A-I PAGE I OF 4
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c nDISTRIBUTION
L%: < u' MATERIAL FI1l

o FIELD GEOLOGIC MATERIAL USCS < THAN COB
_E LOCATION V co (PERCENT
D STATION UNIT DESCRIPTION SYMBOL t ,-
z zi

C <

212 DM-A-12 Delamar Aaf
b Valley, C

213 DM-A- 13 Delamar Aaf
6al ley, C

214 DM-A-14 Delamar Aaf
Valley, C

215 DM-A-15 Delamar
Valley, C

216 £tM-A-16 Delamar Aaf Sandy Gravel GP-GM Sane/
Valley, C Sae

217 DM-A-17 Delamar Aaf Sandy Gravel GW-GM -/Rare
Valley, C

218 EM-A-18 Delamar Aaf Sandy Gravel GA-GM -/Few
Valley, C

219 DM-A-19 Delamar Aaf Sandy Gravel GP-GM Few/
Valley, C Few

220 DM-A-20 Delamar Aaf Sandy Gravel GP-GM Rare/
Valley, C Few

DM-A- (16, 1.5in-0.75
17,18,19,20)

DM-A-( 16, 0.75in-No.4
17,18,19,20)

14-A- (16, Blend( 1.5in-
17,18,19,20) No.4)

DM-A- ( 16, No.4-No.200
17,18,19,20)

I



FIELD OBSERVATIONS

DISTRIBUTION OF0
S MATERIAL FINER zTOTALz
-i THAN COBBLES a ( TRENCHDLEEI S_
co (PERCENT) cc Z ETHMTRIL

D u DPT ATRILSz LIco L)L (FEET;R=
> W I REFUSAL 3 2/

o z o DEPTH) (MATE RIAL/DEPTHS/ INSTAGE ~ ,.IN. IN. N

1.0 2.5(R) Caliche/1.5-2.5/IV

1.0 2.5(R) Caliche/1.5-2.5/IV

1.0 2.5(R) Caliche/1.5-2.5/IV

0.0 4.0(R) Calliche/3-4/IV

/0.0 13.0 Caliche/ - /I Slight 97.1 94.0 92.1

re 3.0 12.5 Caliche! - /I Slight 95.2 88.9 88.9

ew1.5 13.0 Caliche/9-10/II None 100 95.1

v1.0 14.0 Caliche/11-14/ii Slight 97.0 96.4 91.2

/1.0 11.0(R) CaliChe/10-11/III Slight 92.7 87.0 81.2

100

100



LABORAT

SPECIFIC GRAVI
ASTM Q

SIEVE ANALYSIS, ASTM C 136 (PERCENT PASSING) COARSE AGGREGATE
SPECIFIC GRAVITY

3 2'/2 2 1'/2 1 3/4 1/2 3/s NO. NO. NO. NO. NO. NO. NO ,.

IN IN. IN. IN. IN. IN. IN. IN. 4 8 16 30 50 100 200 BULK BULK APPAR-
SSD ENT 41

q.1 94.0 92.1 88.9 80.5 72.4 61.3 53.0 37.4 27.6 20.5 15.5 11.7 9.0 6.6

5.2 88.9 88.9 83.7 75.4 69.6 60.1 54.9 42.3 31.3 23.1 17.6 13.2 10.2 7.4

100 95.1 90.4 83.3 76.9 65.7 58.6 41.9 31.0 22.9 17.4 13.1 10.1 7.4

.0 96.4 91.2 80.6 65.5 56.0 44.9 39.0 29.3 22.6 16.3 13.1 10.3 8.2 5.8

2.7 87.0 81.2 76.2 68.5 60.9 54.1 49.2 37.4 28.8 22.3 18.0 14.5 12.1 6.0

100 98.5 55.2 4.9 1.0 0.8 0.6 2.69 2.70 2.73 0.1

100 98.3 74.1 53.1 7.0 0.6 2.61 2.65 2.73 I

100 99 78 52 38 27 4

100 83.6 56.5 36.0 20.8 10.9 3.9

II I . ... . . . . . . .4 , , . .. ..... . -,. ..



LABORATORY TEST DATA

SPECIFIC GRAVITY AND ABSORPTION,
ASTM C 127 AND C 128 SOUNDNESS TEST, ASTM C 88

SE AGGREGATE FINE AGGREGATE ABRASION (PERCENT LOSS)

FINENESS TEST _________________PE7

1C GRAVITY P SPECIFIC GRAVITY MODULUS UNIT WEIGHT ASTM C 131 COARSE FINE EX
GVS G I AGGREGATE AGGREGATE

W r W (PERCENT) (PCF) (PERCENT Ao U 0 U PRET
co u'( WEAR)

BULK APPAR- o W BULK BULK APPAR- co MgSO4 NaSO4 MgS04 NaS4
SSD ENT < a SSD ENT <

2.70 2.73 0.6

2.65 2.73 1.7 98.6

102.7 29.1 5.07

2.57 2.64 2.75 2.5 2.92 23.3 3.0

KL ______

11I



|SOUNDNESS TEST, ASTM C 88 u
ABRASION O PESCETSTC ALKALI REACTIVITY c

TEST PETROGRAPHIC ,
IGHT ASTM C 131 COARSE FINE EXAM!NATION SILICA CARBONATE < _

AGGREGATE AGGREGATE METHOD, METHOD, D ,-
(PERCENT ASTM C 295 ASTM C 227 PROP. ASTM w

WEAR) (LENGTH (LENGTH
MgSO4 NaS04 MgSO4 NaSO4 CHANGE, CHANGE,

PERCENT) PERCENT) <L

RBIa,CB

IBIaCB

RBIa,CB

RBIa,CB

RBIa,CA

MI Ia,CAI

RBIa,CAI

RMIa,CAl

IEIa,CAl

Performed

6 Performed

29.1 5.07 In Progress In Progress

23.3 3.0 Performed In Progress

MX SITING INVESTIGATION
DEPARTMENT OF THE AIR FORCE

BMOIAFRCE-MX

SUMMARY OF FIELD AND LABORATORY
TEST DATA

DELAMAR VALLEY, NEVADA

[29 MAY 81 TABLE A-1 PAGE 2 OF 4



E-TR-47-DM

DISTRIBUTION OF

z W MATERIAL FINER
FIELD GEOLOGIC MATERIAL USCS < THAN COBBLES!E FILD LCATIN (n(PERCENT)

STATION LOCATION UNIT DESCRIPTION SYMBOL (PERCENT I

z JW

c <. Z u.0 r< w
~0 Lo .

221 DM-A-21 Delamar Aaf Gravelly Sand SW-SM -/Rare
Valley, S

222 DM-A-22 Delamar Aaf Gravelly Sand SP-SM -/Rare
Valley, S

223 DM-A-23 Delarnar Aaf Gravelly Sand SW-SM -/Rare
SValley, S

M-A-( 21, Aaf Gravelly Sand SW-SM
22, 23)

224 [M-A-24 Delamar Aaf Gravelly Sand SM Few! 35 50 15
Valley, S Some

225 DM-A-25 Delamar Aaf Sandy Gravel GP-GM -/Few 50 40 10
Valley, S

226 DM-A-26 Delamar Aaf Sandy Gravel GP-GM Few/

Valley, C Some

227 EM-A-27 Delamar Aaf Sandy Gravel GW-GM Few/
Valley, C Some

228 DM-A-28 Delamar Aaf Sandy Gravel GP-GM Rare/
Valley, C Some

£tD-A-(26, Aaf Sandy Gravel G*-9GM
27, 28)

229 DM-A-29 Delamar Aaf Sandy Gravel GW-GM -/Few
Valley, NE

230 DM-A-30 Delamar Aaf Gravelly Sand SW-SM -/Rare
Valley, NE

_ _ _ _ _ _ _ _

//I



FIELD OBSERVATIONS

a DISTRIBUTION OF 0
Z ( MATERIAL FINER Z TOTAL DELETERIOUS Z

.j THAN COBBLES o TRENCH I- F rf (PERCENT) w Z . DEPTH MATERIALS o ,

w 0 _ (FEET;R= I- I--
> n I-" REFUSAL < -

CC < z Z > DEPTH) (MATERIAL/DEPTHS/ - < I 2
S0 c < z 0 STAGE) (N

m 0 , U-

-/Rare 1.0 13.0 Caliche/12+ /II Slight 97.7 96.5 96

-/Rare 1.0 13.0 Caliche/l-2.5/II Slight 100 96.2 94

-/Rare 1.0 12.0 Caliche/ - /ii,111 Slight 100 98

100 97.0 94

Few/ 35 50 15 2.0 9.0 Caliche/2-4, Slight
Sare 7-8/III

-/Few 50 40 10 0.5 7.5 Caliche/0.S-3/II,III Slight

Few/ 1.0 13.0 Caliche/1-3/II 90.7 88.8 84
Sone

Few/ 2.0 13.0 Caliche/1-2/II 84.5 84.5 81
Sane

Rare/ 1.0 13.0 Caliche/1-2.5/II 95.9 94.2 91
Sane

90.2 86.2 84

-/Few 0.0 13.0 Caliche/ - /I, II 96.9 96.9 92

-/Rare 0.0 13.0 Caliche/ - /I, II 100

....... . . IfiIf ' '



LABOR

SPECIFIC G
ASA

SIEVE ANALYSIS, ASTM C 1j6 (PERCENT PASSING) COARSE AGGREGAq

____ ____ ________ __ _ ____SPECIFIC GRAVITY

3 2/2 2 V'/2 3 1 /4 1/2 3/a NO. NO. NO. NO. NO. NO. NO. BL UKAPRI N. IN, IN. IN. I IN. IN. I N. IN. 4 8 16 30 50 100 200 BULK EUK NTPR

97.7 96.5 96.0 94.7 90.7 88.4 83.6 80.3 68.9 56.5 43.0 30.7 20.7 15.2 11.71

100 96.2 94.1 93.4 91.4 89.1 84.8 76.4 64.1 51.2 36.1 22.9 13.4 8.5 5.6

7. 5.
100 98.0 93.4 88.7 86.9 82.3 77.8 62.4 48.5 33.4 20.8 11.9 ~

100 97.0 94.8 91.6 89.3 85.3 80.0 75.0 59.6 45.9 30.9 19.5 12.0 8.3 6.3

90.7 88.8 84.2 78.1 72.6 67.3 60.5 54.7 42.2 31.6 21.3 13.9 8.1 4.9 3.2

84.5 84.5 81.9 77.3 70.3 65.6 59.2 54.2 44.7 36.3 28.4 21.1 13.8 8.9 6.2

95.9 94.2 91.7 86.7 77.3 70.5 62.9 57.2 47.3 39.0 29.9 21.3 13.3 8.2 5.7

90.2 86.2 84.7 79.3 72.0 67.0 58.1 52.5 40.9 33.8 25.7 18.7 12.1 8.0 5.7

96.9 96.9 92.5 89.7 80.5 75.0 66.6 60.2 46.5 37.9 30.1 23.3 17.0 12.3 8.2

100 98.6 96.1 93.0 87.2 79.6 64.3 48.2 32.3 20.4 12.9 8.8 6.2



LABORATORY TEST DATA

ECIFIC GRAVITY AND ABSORPTION,ASTM C 127 AND C 128 SOUNDNESS TEST, ASTM C 88
GGREGATE FINE AGGREGATE ABRASION (PERCENT LOSS)

FINENESS TEST TRO
AVITY R SPECIFIC GRAVITY MODULUS UNIT WEIGHT ASTM C 131 COARSE FINE EXAMI

., z ,v z MOUU AGGREGATE AGGREGATE
cc w c (PERCENT) (PCF) (PERCENT ASTM

APPAR- U w BULK BULK APPAR- ,.c WEAR) MgSO4 NaS04 MgS04 NaSO4
ENT <4 SSD ENT <

31.6 20.8 19.9

26.3 12.7 26.0

/I

I L



SOUNDNESS TEST, ASTM C 88 ALAL RECIVT
ABRASION (PERCENT LOSS) AKL ECIIY (

TEST ________PETROG RAPH IC Luj
EIGHT AT 131 COARSE FINE EXAMINATION SILICA CARBONATE <

AGGREGATE AGGREGATE METHOD, METHOD, (j LF (PERCENT ASTM C 295 ASTM C 227 P tOP. ASTM LU -WEAR) (EGH (LENGT rU
MgSO4 NaSO4 MgSO4 NaSO4 CLENG, CAGH

_______ _____ _____PERCENT) PERCENT) <t

RBI a, -

RBIa,-

31.6 20.8 19.9

RBI I, -

RBIa,CB

RBIa,CB

RBIa,CB

26.3 12.7 26.0

BBIa ,CB

RBIa,CB

MX SITING INVESTIGATION
wEr-tP DEPARTMENT OF THE AIR FORCE

T'h. E&m rnogy Copro BMO/AFRCE-MX

SUMMARY OF FIELD AND LABORATORY
TEST DATA

DELAMAR VALLEY, NEVADA

_____________________________________________________ 129 MAY 81 TABLE A-i1 PAGE 3 OF 4



E-TR-47-OM

£3 DISTRIBUTIO
uZ(/ MATERIAL F

FIELD GEOLOGIC MATERIAL USCS < THAN COBB
FIELDV) M (PERCEN'- LOCATION cr co ERE

* STATION UNIT DESCRIPTION SYMBOL w .J
C.L _j x > ,

:E 0 ,3 cc

231 DM-A-31 Delamar Aaf Gravelly Sand S'-SM -/Rare
Valley, NE

OM-A-(29, Aaf Sandy Gravel Gm
30, 31)

II
S,114



M ADA113 069 ERTEC WESTERN INC LONG BEACH CA F/6 6/7
MX IT.NS ZNVESTIOATION. SCOTECHNICAL EVALUATION. DETAILED AWA--E1C(U)

MAY 81 F046704-so-C-0006
UNCLASSIFIED E-TR-47DM"3flfllflfflfllflfflf
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1.00

MICROCOPY RESOLUTION TEST CHART
NATIOA 11111 11111U III STANDAND1S 1q61 A



FIELD OBSERVATIONS

TRIBUTION OF
kTERIAL FINER Z TRENC DELETERIOUS - zANCBLES ¢3a TRENCH - -
(PERCENT) z Z DEPTH MATERIALS --

L) uj uJz
.) (FEET;R= - I

(n W REFUSAL <uw > <
z 0 DEPTH) (MATERIAL/DEPTHS/ <WLA. 0 STAGE)

0.0 13.0 Caliche/ - /I,II



LABORATORY To

SPECIFIC GRAVITY AND
ASTM C 127 AND

SIEVE ANALYSIS, ASTM C 136 (PERCENT PASSING) COARSE AGGREGATE

SPECIFIC GRAVITY p- SP-4

11/2 1 3/4 1/2 3/a NO. NO. NO. NO. NO. NO. NO. 0
IN. I IN. IN. IN. IN. IN. 4 8 16 30 50 100 200 BULK BULK APPAR- o w BULP

SSD ENT ,-

100 98.2 93.0 86.9 80.2 72.0 57.2 42.8 29.6 20.3 13.8 9.7 6.8

98.6 96.5 92.3 87.6 80.3 73.0 57.4 49.8 39.7 30.9 23.7 19.2 15.8



LABORATORY TEST DATA
SPECIFIC GRAVITY AND ABSORPTION,

ASTM C 127 AND C 128 SOUNDNESS TEST, ASTM C 88
PE AGGREGATE FINE AGGREGATE ABRASION (PERCENT LOSS)

FINENESS TEST PE

GRAVITY I- SPECIFIC GRAVITY " MODULUS UNITWEIGHT ASTM C 131 COARSE FINE E
o. Z Z DL AGGREGATE AGGREGATE

0 0,.. (PERCENT) (PCF) (PERCENT AR EG A

1K APPAR- a w BULK BULK APPAR- WE MgSO4 NaSO4 MgSO4 NaSO4

LD ENT < SSD ENT Mg

31.8

i1_______________



SOUNDNESS TEST, ASTM C 88 ALKALI REACTIVITY 0,ABRASION IPERCENT LOSS)

TEST PETROGRAPHIC
ASTM C 131 COARSE FINE EXAM!NATION SILICA CARBONATE

AGGREGATE AGGREGATE METHOD, METHOD, ,
(PERCENT AE ASTM C 295 ASTM C 227 PROP. ASTM -

WEAR) (LENGTH (LENGTH
MgSO4 NaS04 MgSO4 NaSO4 CHANGE, CHANGE,

PERCENT) PERCENT)

13Ia,CB

31.8

MX SITING INVESTIGATION
DEPARTMENT OF THE AIR FORCE

Me.E &Vwi i wsamW, BMO/AFRCE-MX

SUMMARY OF FIELD AND LABORATORY
TEST DATA

DELAMAR VALLEY, NEVADA

29 MAY 81 TABLE A-1 PAGE 4 OF 4
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APPENDIX B

* SUMMARY OF FIELD PETROGRAPHIC
AND GRAIN-SIZE ANALYSES



E-TR-47-DM

FIELD PETROGRAPHIC AND GRAIN-SIZE ANALYSES

Field petrographic observations are presented in Table B-i.

Field stations were established at various locations throughout

the study area where detailed petrographic descriptions of

potential basin-fill sources of aggregates were recorded.

Detailed explanations for the column headings of Table B-1 are

as follows:

COLUMN HEADING EXPLANATION

MAP NUMBER Map numbers are sequentially arranged
identifiers of field petrographic
stations occupied during the course of
the aggregate study.

FIELD STATION These designations are internal DARS
identifiers of field petrographic desig-
nations.

LOCATION The location column lists the geographic
portion of the valley in which the field
station is located (e.g., NE-northeast).

GEOLOGIC UNIT The geologic unit listed is a term used
to differentiate basin-fill deposits
based on geomorphology. A geologic unit
cross reference, outlining all units
used, is included as Table F-3.

FIELD OBSERVATIONS

Clast Count Clast or petrographic counts are the
main data collected during the field
petrographic analysis. Data collected
include lithology and percent present by
size. Categorization by lithology is
done to determine general percentages of
nondeleterious and deleterious mate-
rials.

Other Deleterious This column is reserved for recording
Clasts Present additional types of materials present

that are of poor quality for use as
aggregate. Items mentioned include
samples of rock types not sieved,
counted, and described under clast
count, such as: amorphous silica

= Ertw



E-TR-4 7-D s
* B-2

(chert, opal, chalcedony), volcanic
glass, mica, chlorite, friable materi-
als, low density clasts (ash, vesicles,
pumice, cinders), gypsum, pyrite, organ-
ic material, and coatings (clay and
caliche).

Size Distribution The estimated occurrence of boulders and
cobbles is based on the appraisal of an
entire deposit only if the materials are
observed in the banks of prominent
stream channels. Size distribution
information for gravel was generally
recorded only at trench locations. Any
gravel values given are expressed as a
percent of the total amount of less than
3.0-inch material present. The numeral
zero is used to indicate a size fraction
not observed, and the letter R is used
to indicate the rare occurrence of a
size fraction (one to four percent).

Gradation Gradation information was recorded at
trench locations only.

Maximum Particle Maximum particle size is defined as the
Size intermediate diameter length of the most

frequently occurring clast present in a
deposit (in centimeters). Erratic
oversized materials (boulders, large
cobbles) are generally not represented
as the maximum particle size.

Particle Shape Shape of clasts are classified into the
following six categories.

Angular (ANG) Particles have sharp edges and relative-
ly plane sides with unpolished surfaces.

Sub-angular (SA) Particles are similar to angular but
have somewhat rounded edges.

Sub-rounded (SR) Particles exhibit nearly plane sides but
have well-rounded corners and edges.

Rounded (R) Particles have smoothly curved sides and
no edges.

Platey (P) Particles are thin and flat with either
rounded or nonrounded corners and edges.

Elongate (E) Particles are several times longer than
they are wide with rounded corners and
edges.

AFitw



E-TR-47-DM
9t B-3

Remarks This column is used to describe the
general site location of petrographic
field stations; location terms used
include: surface, shallow wash, stream
channel bank or bottom, borrow pit, and
road cut. Surface indicates analysis
was performed on top of the stated
geologic unit. Shallow wash indicates

* analysis was performed on top of the
unit but at the bottom of a small swale.
Stream channel bank or bottom indicates
analysis was performed in an exposed
section (incision) or within a minor
stream channel deposit, respectively.

I



E-TR-47-OM

cr CLAST COUNT, > 1 IN. TO 3 IN. DIAM

FIELD LOAINGEOLOGICNO-E TRIU
S STATION LOAIN UNITNO-E TRIU

z
CL CALI-

Q tz Ls Do Gr Vu Vb CHE

301 114-1 Delamar Aaf 68 18
Valley, N

302 114-2 Delainar Aaf 10 40 48
Valley, N

303 114-3 Delamnar Aaf 20 54 6
9Valley, N

304 114-4 Delamar Aaf 2 44 46
Valley, N

305 114-5 Delaniar Aaf 66 14 2
0 valley, C

306 114-6 Delarnar Aaf 6 16 12 24
Valley, C

307 u4'-7 Delamar Aaf 74 22
Valley, N

308 L14-8 Delamar Aaf 12 18 34 16 10
Valley, N

309 114-9 Delamar Aaf 10 40 30 8 4
Valley, N

310 114-1 0 Delamar Aaf 2 82 4
Valley, C

311 W1-11 Delainar Aaf
Valley, C

312 114-12 Delamar Aaf
Valley, C



FIELD OBSERVATIONS

TO : 3 IN. DIAMETER (PERCENT) CLAST COUNT,> / IN. TO < 1 IN. DIAMETER (PERCENT)

DELETERIOUS NON-DELETERIOUS DELETERIOUS
CALl- CA LI CI

Vb CHE CHERT TUFF GLASS OTHER Qtz Ls Do Gr Vu Vb CHE CHERT TUFF GLASS OTHER

18 14 4 44 22 30

2 18 30 36 12 4

20 42 30 12 16

46 8 2 44 54

14 2 16 2 62 22 2 14

24 42 20 18 36 10 2 14

22 4 74 16 10

10 10 2 52 28 10 2 6

4 4 4 6 44 24 4 6 10 6

4 12 66 14 20

2 8 4 58 12 2 14

2 6 66 10 16

... . . . . .. . ' . . . . . . . l . . . . .. I I . . . . . . l IIII I . . . I .. ..-.. . .



SIZE DISTRIBUTION

OTHER PERCENTOF <3 MAXIMUM
DELETERIOUS TOTAL % GRADATION PARTICLE PARTICLE REMARKS

OHRCLASTS PRESENT BOUL- COB- GRA- SZ HP

DERS BLES VEL (CM)

Chert, 0 R 11 SX,SR Shallow Wash
Voic. Glass

4 14 SA Shallow Wash

16 .Caliche 8 SA, SR, PL Streaim Channel

Cal iche 15 SA

0 R 11 SPL,SIR

Caliche 9 SA,SR,R Shallow Wash

Friable Low 8 A,SA,SR,PL
Density Mat'l

6 7 SA,PL Shallow Wash

6 5 SA,SR,PL Shallow Wash

Wolc. Glass, 4 SA,SR,R
Pumice

Cal iche 2 SA,SR

E~rwz MX SITING 1 VE

DEPARTMENT OF TF
flu~aI~mpm9 MO/AFR

SUMMARY OF FIELD PETROGR
AND GRAIN-SIZE ANALY
DELAMAR VALLEY, NEVA

_______________________________________________________________ 129 MAY 81 TABLE B-1

If
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SIZE DISTRIBUTION

R PERCENT OF <3"MAXIMUM

RIOUS TOTAL % GRADATION PARTICLE PARTICLE
SIZE SHAPEREAK

ESENT BOUL- COB- GRA-

DERS BLES VEL (CM)

R 11 SA,SR Shallow Wash
ass

14 SA Shallow Wash

8 SA,SR, PL Stream Channel

15 SA

R 11 SA,SR

9 SA,SR,R Shallow Wash

aLOW 8 A,SA,SR,PL
SMat' 1

7 SA,PL Shallow Wash

5 SA,SR, PL Shallow Wash

ass, 4 SA,SR,R

2 SA,SR

M X SITING INVESTIGATION

DEPARTMENT OF THE AIR FORCEE-- a- 1 UMO/AFRCE-MX

SUMMARY OF FIELD PETROGRAPIC
AND GRAIN-SIZE ANALYSES
DELAMAR VALLEY, NEVADA

29 MAY 81 TABLE B-1 PAGE I OF 3



E-TR-47-DM

cr CLAST COUNT, > 1 IN. TO <3 IN. DIAM=
FIELD GEOLOGIC

S SALOCATION NON-DELETERIOUS:) STATION UNIT
z

Qtz Ls Do Gr Vu Vb CHE

313 DM-13 Delamar Aaf
Valley, E

314 DM-14 Delamar Aaf
Valley, C

315 DM--15 Delamar Aaf 64 10 18 4
Valley, E

316 1M-16 Delamar Aaf 90 10
Valley, C

317 M-1 7 Delanar Aaf 40 4 42 10
Valley, C

318 DM-18 Delamar Aaf 10 28 44 18
Valley, C

319 1M-19 Delamar Aaf 40 4 20 34 2Valley, C

320 DM-20 Delamar Aaf 40 6 4 22 20 8
Valley, C

321 DM-21 Delamar Aaf 92 2 6
Valley, C

322 DM-22 Delamnar Aaf 22 56 18 4
Valley, C

323 DM-23 Delamar Aaf 22 62 12 4
Valley, C

324 [1-24 Delamar Aaf 24 56 12 2
Valley, C

325 [M-25 Delamar Aaf 18 4 68 2
Valley, C

Li f



FIELD OBSERVATIONS

3 IN. DIAMETER (PERCENT) CLAST COUNT, > 2 IN. TO < 1 IN. DIAMETER (PERCENT)
ol

DELETERIOUS NON-DELETERIOUS DELETER IOUS DELEl
CALl-I CALl. C LAST

b CHE CHERT TUFF GLASS OTHER Otz Ls Do Gr Vu Vb CHE CHERT TUFF GLASS OTHER

62 16 22

8 26 40 16 10 Calich

8 4 4 38 36 22 2 2 Calic"

10 94 6

10 4 42 28 18 2 10 Calidc

18 12 46 8 14 18 2 Calicd

2 52 12 8 20 8 Cal ic

8 50 2 2 28 8 10 Calic

2 6 100 Calic

44 44 4 8 Calic

4 40 32 14 2 12 Calid

2 6 40 42 2 10 4 2 Calidi

2 8 440 6 40 10 Calic

iI

LI



SIZE DISTRIBUTION

OTHER PERCENT OF <3",MXIU
DELETERIOUS TOTAL % GRADATION PARTICLE PARTICLEREAK

RCLASTS PRESENT BOUL- COB- GRA- SZ HP EAK

R DERS BLES EL(CM) _____

3 SkLSR

Caliche 3 SA,SR

Caliche 40 SA,SR

20 SA,SR Surface

Ca.iche 8 SA,SR Stream Channel, Bank

CaJliche 10 SA,SR

Cal iche 7 A,SA Surface

Caliche 10 SA Stream Channel, Bank

Caliche 11 ASA Stream Channel, Bank

Caliche 11 A,SA Stream Channel, Bank

Caliche 8 SA,SR Stream Channel, Bank

Cal iche 7 A,SA Stream Channel

Caliche 14 SA,SR Shallow Wash

- MX SITING INVESTIGATION
DEPARTMENT OF THE AIR FOO

OWN *MO/AFRCE-MX

SUMMARY OF FIELD PETROGRAPHIC
AND GRAIN-SIZE ANALYSES
DELAMAR VALLEY, NEVADA

129 MAY 81 TABLE 0-1 PAGE C
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cc .- CLAST COUNT, > 1 IN. TO _ 3 IN. DIAN
w

FIELD GEOLOGIC
S S I LOCATION NON-DELETERIOUSSTATION UNIT

C. CALI-
Otz Ls Do Gr Vu Vb CA-~CHE

326 DM-26 Delamar Aaf 2 74 24
Valley, C

327 DM-27 Delamar Aaf 32 6 60
Valley, S

328 114-28 Delamar Aaf 2 70 12
Valley, S

329 DM-29 Delamar Aaf 2 98
Valley, S

330 DM-30 Delamar Aaf 2 26 4 66 2
Valley, S

331 DM-31 Delamar Aaf 10 82 4
Valley, S

332 DM-32 Delamar Aaf 30 8 44 6
* Valley, S

333 DM-33 Delamar Aaf 18 4 66 8
Valley, S

334 04-34 Delamar Aaf 22 48 18 8 2
Valley, C

335 [M-35 Delamar Aaf 86 2 6 6
Valley

336 1M-36 Delamar Aaf 28 68 4
Valley, N

337 1M-37 Delamar Aaf 98 2
Valley, NE

__/d



FIELD OBSERVATIONS

I IN. TO _3 IN. DIAMETER (PERCENT) CLAST COUNT, > % IN. TO 1 IN. DIAMETER (PERCENT)

US DELETERIOUS NON-DELETERIOUS DELETERIOUS

CALl- CALlVu Vb CHE CHERT TUFF GLASS OTHER Qtz Ls Do Gr Vu Vb CHE CHERT TUFF GLASS OTHEI

4 82 8 6

60 2 2 28 12 58

70 12 16 2 80 4 14

98 98 2

66 2 20 14 6 46 4 10

82 4 4 6 80 14

44 6 12 2 16 6 72 4

66 8 4 20 8 72

8 2 2 6 66 6 22

6 6 52 28 10 10

68 4 16 82 2

98 2 98 2

(



TIONS

CENT) SIZE DISTRIBUTION

RUSOTHER PERCENT OF <3" MXMM PRILROSDELETERIOUS TOTAL % GRADATION PARTICLE PATCEREMARKS

F -LS -TE CLASTS PRESENT -U- R-SIZE SHAPE

F GAS OTERDERS BLES VEL (CM)

Caliche 19 A,SA Stream Chanre1,Bank

Caliche 18 SA,SR Stream Channel ,Bot

Cal iche 5 SA,SR Stream Channel,Bot

Caliche 4 SA,SR Stream Chanrel,Bot

Caliche 4 SA,SR Stream Chanel ,Bank

Cal iche 7 Shallow wash

Caliche 5 Sik,SR Stream Channel,Bank

Caliche 10 A,SA Stream Chanrel

Cal iche 10 Stream Channel,Bank

Caliche 12 SR Shallow wash

Cal iche 7 SAk,SR Shallow Wash

Caliche 7 Shallow wash

=~~~ wre DEPAR

SUMMARY OF FIELD
AND GRAIN-SIZE
DELAMAR VALLEY

129MAY 81 TABLEU1-t
/1
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SIZE DISTRIBUTION
- MAXIMUM

OTHER PERCENT OF <3"PATCL
ILETERIOUS TOTAL % GRADATION PARTICLE PATCEREMARKS

F, PESNT -SIZE SHAPE
S PESNTBOUL- COB- GRA-

DERS BLES VEL (CM)

iche 19 ASA Streafn Channel,Bank

liche 18 SA,SR Stream Channel ,Bottan

iche 5 SA.,SR stream Chanel ,Bottmn

che 4 SA,SR Stream Chanrel,Bottaim

ie 4 SA,SR Stream Channel,Bank

Lche 7 Shallow Wash

L ce 
5 SA,SR Stream Chanrel,Bank

ckhe 10 A,SA Stream Chanrel

ce 10 Stream Chanel ,Bank

ce12 SRShallow Wash

ce 7 SA,SR Shallow wash

te7 shallow Wash

MX SITING INVESTIGATIONW~i'ta~DEPARTMENT OF THE AIR FORCE
SMO/AFRCE-MX

SUMMARY OF FIELD PETROGRAPHIC
AND GRAIN-SIZE ANALYSES
DELAMAR VALLEY, NEVADA

________________________________________________ 29MAY SI TABLE B-1 PAGE 3 OF 3
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EXPLANATION OF TRENCH LOGS

Trench logs were completed for excavated trenches. Each log

presented in this appendix is chosen from a group of trench logs

so that it represents the general aggregate conditions and prop-

erties of that entire group. Occasionally, the full compliment

of trenches in a group was not excavated due to low gravel

percentages and/or advanced caliche development found in the

first one or two trenches of that group. Detailed explanations

of the trench lc~ys headings are as follows:

COLUMN HEADING EXPLANATION

BULK SAMPLE Representative samples were obtained by
channel sampling a trench wall. Over-
burden and, in some trenches, dense
caliche layers were avoided during the
sampling procedure.

II - 100 lb. sample (2 bags) for road-base
aggregate testing.

III - 400 lb. sample (55 gallon barrel) for
concrete aggregate testing.

DEPTH Depth corresponds to depth below ground
surface in meters and feet.

LITHOLOGY Graphic representation of soil types
present in excavation.

USCS Unified Soil Classification System sym-
bols. For detailed information see
Table F-i.

CONSISTENCY The consistency of the in-situ deposit
was estimated by visual observation of
the soil in the trench walls, ease (or
difficulty) of excavation of the trench,
and trench-wall stability.

Consistency descriptions of coarse-
grained soils (GW, GP, GM, GC, SW, SP,
SM, SC) are as follows:

DESCRIPTION

Very Loose (VL) Will not hold vertical cut (when dry).
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Loose (L) Will hold vertical cut, but caves if
disturbed.

Medium Dense (MD) Holds vertical cut, even when disturbed;
easily excavated.

Dense (D) Holds vertical cut, difficult to exca-
vate.

t
Very Dense (VD) Very difficult to impossible to exca-

vate.

SOIL DESCRIPTION Except in cases where samples were
classified based on laboratory data, the

0 descriptions are based on visual classi-
fication. The procedures outlined in
ASTM D 2487-69, Classification of SoilsV for Engineering Purposes and D 2488-69,
Description of Soils (Visual-Manual
Procedure) were followed. Solid lines
across the column indicate known changes
in the strata at the depth shown.

Definitions of some of the terms and
criteria used to describe soils and
conditions encountered during the
excavation follow:

Descriptive Name Name of soil, as determined by USCS,
preceded by an adjective indicating the
size range of the most abundant second-
ary material present.

VParticle Size For coarse-grained soils (sands and
gravels) the size range of the particles
visible to the unaided eye was estimated
as f ine, medium, coarse, or a combined
range (e.g. , f ine to medium) . These
terms approximately correspond to the

- following sieve sizes:

Gravel Fine No. 4 to 0.75-inch sieve
Coarse 0.75-inch to 3-inch sieve

Sand Fine No. 200 to No. 40 sieve
Medium No. 40 to No. 10 sieve
Coarse No. 10 to No. 4 sieve

Particle Shape See Appendix B explanation pages.

Gradation Gradations listed are those determined
from percent amounts of boulders,
cobbles, and gravel present. Descrip-
tive terms used include: poor and
well.

MEfta
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Poor(ly) Predominantly one size or a range of
sizes, with some intermediate sizes

* missing.

Well Wide range in grain sizes present, with
substantial amounts of most intermediate
sizes.

Secondary Percentage present by dry weight.
Material

Trace 5-12 percent
Little 13-20 percent
Some > 20 percent(e.g., Some slightly plastic silt)

Plasticity of See Appendix A explanation pages
Fines

HCL Reaction As an aid for identifying calcium
carbonate coatings and cementation, soil
samples were tested in the field for
their reaction to dilute hydrochloric
acid. The intensity of the HCL reaction
was described as none, weak, or strong.

Caliche Caliche is a term applied to calcareous
material of secondary accumulation. In
this study, the definition includes both
the soluble calcium (and other) salts
and the clastic material (gravel, sand,
silt or clay) in which the salts exist.
See Table F-2 for a description of the
stages of caliche development.

Cobbles and See Appendix A explanation pages.
Boulders

Lithology The various rock types found in an
excavated deposit are listed in order of
decreasing abundance.

Remarks This column was provided for comments
regarding difficulty of ekcavation, ca-
liche development, and backhoe refusal.
Refusal indicates the inability of a JCB
3DIII backhoe (Case 680 equivalent) with
a 2-foot wide buckpt to excavate a
trench to completion.9

SIEVE ANALYSIS The numbers cited represent the percent-
age by dry weight of each of the fol-
lowing soil components.

E/rta
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£GR Coarse aggregate particles that pass a
3-inch (75 mm) sieve but are predomi-
nantly retained on a No. 4 (4.75 mm)
sieve.

SA Fine aggregate particles that almost
entirely pass a No. 4 sieve but are

P predominantly retained on a No. 200
(0.075 mm) sieve.

FI Soil particles that pass a No. 200 sieve
(silt and clay).

All percentages shown on logs are the
result of laboratory testing.

.1j
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Wj DEPTH

a-? SIEVE

LccOOG U)I SOIL DESCRIPTION REMARKS ANALYSIS
~j I- z

*a U.S I . .;lU

0 0 SILTY SAND, fine to cows@, suhenguar to sub-
3M los roundled, wolly wudedi; some sllsh~v pestl

alt lh* e ito scares, subrounded sevol.
-_____ -OVERBURDEN______

2 GRAVELLY SAND, fin, to medium suhsnpa
to subreunded, poorly gaesd; some fins to

SM ~ come, subanipuds to subsounded pevel; ittle

______ minor limesetone. dolomite

GRAVELLY SAND, fine to come, subeoundsd
to rounded, pooelY ps; eomne fine tocoe,
subengais to rounded vpeusi; trace non - pised

* sill.' sfswung lCI reessio; some suIe csleh
6rrs sw obble; p isdmawud intemadle volank.

owin@ sueaad delomite.
2 SP- msdium

SM dense esl

3 10_ ___

TOTAL DEPTH 1060 ft.(3.Om)

12-

-4

14-

16-
-5

-6
20-

*TRENCH DETAILS 4111111MX SITING INVESTIGATION
SURFACE ELEVATION 5620 ft.0 713 m) HFft DEPA14TMENT OF THE AIR FORCE
DATE EXCAVATED 17 Osiebs 1160 *MOIAFACE-MX

SURFACE GEOLOGIC UNIT Asht

TRENCH LENGTH I 5.ft (4.6m) TRENCH LOG OF DM-A-1
TRENCH ORIENTATION N-S DELAMAR VALLEY, NEVADA

______________________________ 1_29 MAY 81 FIOufRUC-11
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W, DEPTH >

-J SIEVE
'A

'A LITHOLOGY U SOIL DESCRIPTION REMARKS ANALYSIS

J I-)

*J W w0co3 . u
0 u. ZR SA Fl

: SANDY GRAVEL fin, to co., subounded. 50 42 8
.. ?oO psely OWe; mie tine to corm, subounded

',o •  
sand; wma non-1k slilt mong HCI reolion;

2 ' , 0 I fewo, bbls voa , Ik,,stoee/doonm.'I.

;00.* __

2 O...

. SILTY SANO, new flcIdle thraoot

o,; .. i . G m.. .. -:-&.

2

o0 @.i

+ o" +: " ++ SANDY GRAVEL, fine to s Lbam0roud, Noo
- 3 10 ., . &.o.+i . P I 9 ow ns ra to cll m osive, s lu mde aon u n l a B

. + .. 9 + 9W W ; MU M ~ non - d it; Is o+m H C I r tionU ; 9 0 " at a ld
;~~~e so.b + . l le; vokenics lnestonedlomnto. Dt -5.

.:=++ .. p.o GM redium

12-:. + +

14- TOTAL DEPTH 13.5 ft.(4.lmI

16--5

18-

-6
20-

TRENCH DETAILS MX SITING INVESTIGATION
SURFACE ELEVATION 5 ft(lI0m| DEPARTMENT OF THE AIR FORCE

DATE EXCAVATED 17 Oelebw 11=m upSRmm MOIAFRCE-MX

SURFACE GEOLOGIC UNIT A&%

TRENCH LENGTH 13 ft.14.0m) TRENCH LOG OF M-A-3

TRENCH ORIENTATION E-W DELAMAR VALLEY, NEVADA

29 MAY 81 FIGURE C-2

. . . .. ... . . ... .. . . I . . m l. . . .. . . i l l . . .. I] II I(++I fi l lI I
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Lu DEPTH>
2 SIEVE

w IHLG SOIL DESCRIPTION REMARKS ANALYSIS
UJ I ..~

SUj LU 0
in 2 GR SA Fl

- - 0-- ~
*SM loom SILTY SAND.- OVERBURDEN

GRAVELLY SAND, fin. toscars. vabengui to
sulmounded, poorIV graded; somre finve to coon.

2 SM dlm dbigIw to ihqtirdad gravel; Htle 911t srong
* MCI rmswe.; suap lcelehe throughout; vol.

mai~m. lhdo lbesal/dolomlte.

4 .GRAVELLY SAND, tine to comae. subenguw to 35680 5
aibroundad. poorly graded; sorm fine to comae.
uabmguWW to subroundad grvel; trace silt; stong
NdI reactioni; trac stage I caiche from 3.5' to

p 5.0Y; mue cobble; predominantly voenics. lUttle
lknetorieldolats.

68
-2

8 SP- meodium
F SM dens

3 10

4-
TOTAL DEPTH 13.0 ft.4.n,

14-

16-
5

6
20-

TRNHDEAL MX SITING INVESTIGATION
SURFCE LEVTION 116 fLIW~m W ~ ter DEPARTMENT OF THE AIR FORCE

9DATE EXCAVATED 18 Oeebwlm IMU-lmmMO/AFRCE-MX

SURFACE GEOLOGIC UNIT Asg

TRENCH LENGTH .15ft14.Um) TRENCH LOG OF DM-A4
TRENCH ORIENTATION ffW DELAMAR VALLEY, NEVADA

______________________________ 1_29 MAYB FIGURE C-3
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w DEPTH>

z SIEVE

cc LSHLOY(- (IL DESCRIPTION REMARKS ANALYSIS
UA (A

Lu WI- 0 --

2 LLGR SA FI

0 0 GRAVELLY SAND, ine to earn., ,ubeounded,
poorly Waded; momne fine to cows., uAabounded
wml; ONe e1It- OVERBURDEN

SM loam
2-

1 GRAVELLY SAN, flneto omrs, uhSwgWw
4 to ss~vounded, poorly Waded; sam fine to came.

subengie to wshsounded gievel; lttle dWt; :~
HCI reection; stegm cilehe throughout.

SM deane

2

GRAVELLY SAND, fine to came, subenguw
8 ~to rAibounded, poorly waded. games fine to camse.
8 ~ ~ ~ vmqngImto stabrunded Wewi;sev"g CI ac~etion;

step~calhe fvoci 1W to I V; Intumedme vol-
... med..m conks, quwazlts. dlomit.

dense
3 1o

12- TOTAL DEPTH 11l.5 tt(3.5m1

4

14-

18-

-6
20-

T[RENCH DETAILS
41111111111MX SITING INVESTIGATION

SURFACE ELEVATION 5745 ft(1751m1 E t c HDPRMNTO H I OC

DATE EXCAVATED Is 0-'o at06FRm19N UMOIAFRCE-MX

SURFACE GEOLOGIC UNIT Asig

TRENCH LENGTH 15 ft.14."m TRENCH LOG OF DM-A-
TRENCH ORIENTATION N-S DELAMAR VALLEY, NEVADA

____________________________12___ Pl AY 81 FlOURS C4
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a EPTHSIEVE

LTLOYSOIL DESCRIPTION REMARKS ANALYSIS

W w z
SZ 0 R SA Fl,

0 0 G-' wP-lum SANDY GRAVEL,em un; ma elk; mm cab.
"o a GM d isiw l dfw bouldua.

vy Supl xcdws. b0, ud M aoxaimamly
dnm 2.0' anal di he.

TOTAL DEPTH 2.0 ftO.Sm

4-

6.2

8-

-3 io

12

-4

14

-

18-

,6
20

TN TIMX SITING INVESTIGATION

SURFACE ELEVATION 5400 ,.,l4 ) EI"is 4 DEPARTMENT OF THE AIR FORCE
DATE EXCAVATED 1 O 1960 SMOIAFRCE-MX

SURFACE GEOLOGIC UNIT Aef
TRENCH LENGTH 10 t4.f1 TRENCH LOG OF DM-A-(l 1-15)

TRENCH ORIENTATION NW- E toi -W DELAMAR VALLEY, NEVADA

12_ MAY I1 FIGURE C41

V..-.
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u DEPTH

a SIEVE

LITHOLOGY 0 SOIL DESCRIPTION REMARKS ANALYSIS

w w 0

GR SA Fl

.. 'T . - GRAVELLY SAND. dly - OVERIIURDEN
" i ""' -SM im

co *Ih . SANDY GRAVEL. flow to m, wmnded, U 35 7
'p~~O 1- polyre". game fi to eami. m&~imandsd

* 0e * md; - mm - phleft; swun MCI rwdoon

4 ** l lt*.41

-I •-.* *o
,-Gp ::m.':.'

* , GP- medham

P ~ ~ ueeoGM desu
( 6-. to .

-2~

8 00

GRVEL SAND mW1-MdheOou

-2 '10 OWLt*

SASM ND GRAVELLY SANw tu U. Dimodehd t2 31 7

13003y waed game One to cow, s..ounded

,::.: .../, P meha
G-..m *0.

fe so*.o 5-o.qwdmn

4
IWTAL DEPTH 13.0 ftJ4.0m)

14"

16"

-5

18"

-6

20

TREC D L MX SITING INVESTIGATION
SURFACE ELEVATION 40 tL (152100 DEPARTMENT OF THE AIR FORCE

DATE EXCAVATED Is Om Im ,i*0 iMOIAFRCE-MX

SURFACE GEOLOGIC UNIT

TRENCH LENGTH I I 14AOi TRENCH LOG OF DM-A-18
TRENCH ORIENTATION 11-1W DELAMAR VALLEY, NEVADA

___In MAY@I FIGURE C4

( *1a
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usDEPTH
.j ~ u

z SIEVE
'u

cc LIHOOG SOIL DESCRIPTION REMARKS ANALYSIS
'UI-- u

- - GR SAT00SM loan. $ILTY SAND - OVERBURDEN

GRAVELLY SAND, floe to comm., uwwpgui to 38 66 6
2 ~mbuded. poamly pid; smvu fhn to so"s.
2 &ib*Ampli to smbrowndm grael; tass dlghty

-bo dk; Wang NO r io a; mms stop 1E to
Modishm I* bemm tm Gobble; pumdomhwiend

1 ~~whm~~ mon" om~dm

4

6 S1'Imdam
.2

8

3 10

-L 12-
TOTAL DEPTH 12.0 ft. 13.7m)

.4

14-

16-
-5

-6201

TRENCH DETAILS MX SITING INVESTIGATION
SURFACE ELEVATION . 1i'51 1U4 i DEPARTMENT OF THE AIR FORCE

* ~DATE EXCAVATED 19 0 obi '1110SOAREM

SURFACE GEOLOGIC UNIT Asd,

TRENCH LENGTH lft 14 TRENCH LOG OF DM-A-23
TRENCH ORIENTATION l.W DELAMAR VALLEY, NEVADA

____________________________ In_ MAY 1 FlaGunt 041
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uw DEPTH
2 SIEVE

toHOOG SOIL DESCRIPTION REMARKS ANALYSIS

wA U, 0

2 tL 7G R SA F I

SILTY SAND, flee to medium, uwmtiw to m6.
r_ ounded. poa IIdId son. medham plead. st

WA lcim Usde fOns to eomu, subrounded mee
-OVERBURDEN

GRAVELLY SAND, sup dlihe througou;

1 ~m

GRAVELLY SAND, flea to "mdiu, abounded.
peesly 0 ~e; sam. ftse to omae, subrounded

* ~ ~ ~~ wineS; e. dlhy pleAt; Nwung MCI retion;
su.pJudhW tram 7 to 8'; sme cobbles, few

6 bolesvoerAme, Ifsu t..Iwuel
2 SM medewmtook.

2

4

16-

.5

TRENCH DETAILS M IIGIVVGTO
SURFACE ELEVATION #L IW12ul DEPARTMENT OF THE AIR FORCE

*DATE EXCAVATED 13 Ossebw Igoe BMOIAFRC"~X

SURFACE GEOLOGIC UNIT Ad@g

TRENCH LENGTH 10 ft (I3. TRENCH LOG OF DM-A-24
TRENCH ORIENTATION 1.1 DELPR VALLEY, NEVADA

___________________________12___9 MAY 81 PlaUgs Cal

I, 'I
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wo DEPTH>

- z SIEVE
LITHOLOGY m (A SOIL DESCRIPTION REMARKS ANALYSIS

Ww Uj0
SGR SA FI

0 0 .+ "•
SMA 16m SILTY SAND - OVERBURDEN

SILTY SAND, supJ.ine" t~hu -2.:W... S dense OVERBUROEN

g. --. SANDY GRAVEL. fine to oern seuaounded to 51 43 6
at.* G% munded. iomly pedd; some fine to owr, oub-

0 g %**rne to rounded end; trace dightly plask
4 - "S ilk; son HCI reson; o e stap caliche;

* * 0 same cobbles. re boulde; W-0et/dolomlt,
. .qu•mvoknks.

0 g
s00

2

* OP-meium

8 * .S GM dense

S3 10 go ,b

so o. tSge q):) i

12 40 0 00%

TOTAL DEPTH 13.0 ft. (4.0m)

14

16

18-

-6
20

TRENCH DETAILS
GIE MX SITING INVESTIGATION

SURFACE ELEVATION ft. I l160m) l DEPARTMENT OF THE AIR FORCE
* DATE EXCAVATED 1S olesh 1M0 *MO/AFRCE-MX

SURFACE GEOLOGIC UNIT AM,
TRENCH LENGTH 15 ft. 14.0m1 TRENCH LOG OF DM-A-21

TRENCH ORIENTATION :2W DELAMAR VALLEY, NEVADA

,l UMAYS PlGU 41
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DEPTHSEV

SIEV
LITHOL-G~ LTHLOG ~SOIL DESCRIPTION REMARKS ANALYSIS

w aw 0
U. GR SA F I

0 W'GRAVELLY SAND, fine to comse. subrounded, w30
Swell graded; same fkIn to conse. sbroundad to

* rounded gravel; trea. slightly pleetic silt; strong
14C1 mrootion; somse stag I calich.; ram cobble;

2 investowedolorm"ts voicenies.

9 8

31

12

.4
TOTAL DEPTH 13.0 ft.(4.Ombj

14-

16

TRENCH DETAILS XSTN NETGTO
SURFACE ELEVATION 11U5ft 110U"o ftm A DEPARTMENT OF THE AIR FORCE

*DATE EXCAVATED 29 Ostobem Ino Pb MO/AFRCE-MX

SURFACE GEOLOGIC UNIT As%,

TRENCH LENGTH 11ft. 14.4W. TRENCH LOG OF DM-A-31

TRENCH ORIENTATION S111-N1111 DELAMAR VALLEY, NEVADA

____figMAY___1_FIGURE
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APPENDIX D

FLOW DIAGRAM - ROAD-BASE AGGREGATES TESTING

FLOW DIAGRAM - CONCRETE TRIAL MIX DESIGN AND TESTING
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TRENCH TRENCH TRENCH
12 3

SA SA SA

SIEVE

(SA)

COARE AGREATEFINE AGGREGAT

IF IF

< 50%
LOS

MAGNESIUM SITINTE SONNDNTISATEON

COASEAGREAT DFAIMNTNPTE AGGREORCE

II MOIAFRCE-MX

FLOW DIAGRAM-
ROAD BASE AGGREGATES

TESTING
12 MAY 91 PIOUmi o-1
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APPENDIX E

ICHEMICAL ANALYSES OF CEMENT,

FLY ASH, AND WATER USED IN

CONCRETE TRIAL MIXES
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TOTAL PERCENTAGE MINIMUM OR
PROPERTY ANALYZED MAXIMUMREQUIREMENTS

SiO 2  26.8 20.0 MIN.

AL203  1.96 6.0 MAX.
-, Fe203 2.71 6.0 MAX.

zQ M9 1.57 6.0 MAX.

us ALKALIES (Na2 0 + 0.658 K2 0) 0.53 0.60 MAX.

LOSS ON IGNITION 0.56 3.0 MAX.

S03 1.97 3.0 MAX.

INSOLUBLE RESIDUE 0.81 0.75 MAX.

SiO2  67.7

AL20 2  17.2

. Fe20 3  8.34

TOTAL 93.24 70.0 MIN.

>, MgO 1.69 S.0 MAX.

U. S 0.14 5.0 MAX.
a S03_ _ _ _ _ _ __ _ _ _ _ _ _ _

Na 2O (OPTIONAL) 1.66 1.5 MAX.

MOISTURE 0.06 3.0 MAX.

LOSS ON IGNITION 0.63 12.0 MAX.

(4
z vJ P H ' 7 .5-

B COLOR 05 -

SO4  8 ppfl 1300 ppn

w cI 10.6 ppniB0pn

L OIL AND GREASE NONE NONE

MX SITING INVESTIGATION
DEPARTMENT OF THE AIR FORCE

ft Ewe smmuCm 8MO/AFRCEMX

CHEMICAL ANALYSES OF CEMENT,

FLY ASH, AND WATER USED IN

CONCRETE TRIAL MIXES

29 MAY SI TABLE E.1



APPENDIX F

UNIFIED SOIL CLASSIFICATION SYSTEM

SUMMARY OF CALICHE DEVELOPMENT

ERTEC WESTERN GEOLOGIC UNIT CROSS REFERENCE
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DIAGNOSTIC CARBONATE MORPHOLOGY

STAGE GRAVELLY SOILS NONGRAVELLY SOILS

Thin, discontinuous pebble coatings Few filaments or faint coatings

Continuous pebble coatings, some Few to abundant nodules, flakes,
interpabble fillings filaments

Many interpebble fillings Many nodules and internodular
fillinigs

Laminar horizon overlying pIugged Laminar horizon overlying plugged
horizon horizon

STAGE II M
leak Ca Strong Ca K Indurated K

I '~
K2lm

,K2 K22m
GRAVELLY SOILS

K3 K3

;, .,,.,.--,K21m

, _- ,,.0 -o' ,,

NONGRAVELLY SOILS 2. As KI K22m
5';;.~ "K3 K3

SwuM of deopqrn: of. auW-. praffe vd~h tbMe Stope I E MX SITING INVESTIGATION
repmme Incipient hwas rnu toin.lamed byeon- M DEPARTMENT OF THE AIR POACE

uw bid.up of emonew u, in Steer1Z the m Is BMO/AFRCEX
cmnqpie y piugped.

Reforenm: Ge .. G. Petermo, F.F., and Gromanen, R.E.. tUS, SUMMARY OF CALICHE DEVELOPMENT
The K horon: A ma horizon of arbonew
mamulultson: Sol Science, v. N. p. 7442.
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E-TR-47-DM

*1 CROSS REFERENCE FROM MAP NUMBER
TO VERIFICATION ACTIVITY

Included in this appendix is one table that is presented to

allow cross reference to be made from this aggregate resources

study to an appropriate verification study. Map numbers in the

number series 400 to 599 on Drawing 1 are keyed to the published

verification report of Delamar Valley, Nevada (FN-TR-27-DM-I

A and II). If detailed information is required from a verifica-

tion activity, the following search procedure can be used: de-

termine the location of the activity required on Drawing 1, note

the map number, refer to that map number in Table G-1, read from

that table the verification activity type and number, refer to

the appropriate verification report for the data required.

EErai



E-TRF47.CM

MAP NUMBER ACTIVITY LOCATION MAP NUMBER ACTIVITY LOCATION

400 GS-27 422 P-7

401 GS - 29 423 GS-44

402 GS.46 424 Gs-1s

403 GS-61 425 CS- 14

404 GS- 24 426 GS -32

9 406 P-3 427 GS -40

406 GS-38 423 GS -40

407 G -30 42g P-10

401 GS- 2 430 GS-78

409 GS-47 431 CS.20

410 GS -25 432 GS-21

411 CS-9 433 GS-41

412 GS-48 434 P-S

413 GS-62 435 CS-18

414 T-1 436 GS- 19

415 GS- 26 437 P-8

416 GS -23 438 GS -33

417 CS-11 430 GB-42

418 GS-39 440 Ga-9

419 GS -79 441 GS-43

420 GS - 22 442 P-11

421 P.6 443 G-86

MX SITING INVESTIGATION

T-TRENCH DEPARTMENT OF THE AIR FORCE

SB- BORING ,MO/AFRCE-MX

P- TEST PIT

CS - SURFACE SAMPLE CROSS REFERENCE FROM MAP NUMBER
GS- GEOLOGIC STATION TO VERIFICATION ACTIVITY

DELAMAR VALLEY. NEVADA
12 MAY 1 rABLE -1 1 OF 31
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E-TR47-OW

MAP NUMBER ACTIVITY LOCATION MAP NUMBER ACTIVITY LOCATION

444 G -56 466 GS -57

445 s- 24 467 GS-

t446 GS -12 4686S-I

447 P.78 489 cs-6

448 G$S-so 470 GS-36

448 GS - 20 471 P-4

410 GS - 13 472 T-9

461 GS -35 473 GS -37

462 GS- 51 474 GS- 17

453 G6 - 14 475 GS - 5

454 GS-a 476 P- ?4

456 GS -67 477 CS -32

4W GS - 77 478 GS-72

457 Go - 10 479 GS -70

458 0S-27 480 661

450 CS- 2 461 (-71

40Gs -11 482 CS-34

461 P- 13 483 P-1

482 05-56 484 GS- f

463 GS- 62 485 CS- 36

464 G6-64 4W cs-I

485 Go-U 487 P-3

T- TRENCH MX SITING INVESTIGATION
T-BRNG DEPARTMENT OF THE AIR FORCE*B-"BORING S m MOIAFRcE.MX

P -TEST PIT

CS -SURFACE SAMPLE CROSS REFERENCE FROM MAP NUMBER
GS - GEOLOGIC STATION TO VERIFICATION ACTIVITY

DELAMAR VALLEY. NEVADA
2MAY 41 TABLE 0.1 2OF 3
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E-TR-47-OU

MAP NUMBER ACTIVITY LOCATION MAP NUMBER ACTIVITY LOCATION

48 G3- 53

48 GS-16

490 GS-76

491 GS -0

492 GS-3

493 GS-7T

494 GS- 73

496 GS-4

498 GS-74

407 GS-2

496 T-8

499 T-10

500 T-7

501 T-0

502 T-5

50 T-4

504 T-2

50 T-3

MX SITING INVESTIGATION

T-TRENCH E t9P DEPARTMENT OF THE AIR FORCE

S8- BORING &Am SwImmm BMOIAFRCE-MX

P- TEST PIT

CS- SURFACE SAMPLE CROSS REFERENCE FROM MAP NUMBER

GS- GEOLOGIC STATION TO VERIFICATION ACTIVITY
DELAMAR VALLEY, NEVADA

__ MAY i1 TABLE 0-1 30F 3
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EXPLANATION

rERN AGGREGATE RESOURCES STUDY FIELD STATIONS

RLLEY-SPECIFIC AGGREGATE RESOURCES STUDY EXISTING ERTEC WESTE

(MAP NUMBERS FROM 1 TO 199) (MAP NUMBERS F

BASIN-FILL UNITS (COARSE AND/OR FINE AGGREGATES) o DATA

* DATA STOP, SAMPLED AND TESTED o DATA

o DATA STOP "SEE DRY LAKE, M

ROCK UNITS (CRUSHED-ROCK AGGREGATES) 
REPORT (FN-TR-3

A DATA STOP, SAMPLED AND TESTED SEE CORRESPON
FOR DETAILED IN

4 DATA STOP * SEE CORRESPOND

APPENDIX G FOR

AILED AGGREGATE RESOURCES STUDY VERIFICATION R

(MAP NUvIBERS FROM 200TO 299 FOR BASIN -FILL

AND ROCK SAMPLE LOCATIONS; 300 TO 399 FOR FIELD

PET RO6 RAPH IC STATIONS) 
YMBOLS

STUDY

BASIN--FILL UNITS (COARSE AND/OR FINE AGGREGATES)
., ROCK/

* DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHEO-ROCK AGGREGATES)

£ DATA STOP, SAMPLED AND TESTED

PETROGRAPHIC FIELD STATIONS

* DATA STOP



114'45'

G ERTEC WESTERN TEST DATA LOCATIONS** *
AP NUMBERS FROM 400 TO 599)

w DATA STOP, SAMPLED AND TESTED

o DATA STOP

EE DRY LAKE, MULESHOE, DELAMAR, PAHROC VSARS
iEPORT (FN-TR-37-a) FOR DETAILED INFORMATION.

SEE CORRESPONDING MAP NUMBER IN APPENDICES A AND B

OR DETAILED INFORMATION.

EE CORRESPONDING MAP NUMBER AND ACTIVITY TYPE IN
PPENDIX G FOR REFERENCE TO DELAMAR VALLEY
ERIFICATION REPORT (FN-TR-27-Dlvl-I AND ")

STUDY AREA BOUNDARY

ROCK/BASIN-FILL CONTACT
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SCALE 1 62,500

STATUTE MILES

0 1 2

KILOMETERS

LOCATION MAP

NEVADA UTAH

MAP AREA- '

MX SITING INVESTIGATION

DEPARTMENT OF THE AIR FORCE

The E& Technology CarporaDon BMO/AFRCE-MX

FIELD STATION AND SELECTED
EXISTING DATA SITE LOCATIONS

DETAILED AGGREGATE RESOURCES STUDY
DELAMAR VALLEY, NEVADA
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BAI-FL A IL BSI-ILO ROCK SOURCES CNANN

R lliiLiBSNFL MATERIALS SUITABLE FOR USE AS ROAD-BASE
EAE)ROCK AGGREGATES; BASED ON ACCEPTABLE LABORA-

ULU TORY AGGREGATE TEST RESULTS.

BASIN-FlILL SOURCES CONTAINING MATERIALS
SUITABLE FOR USE AS ROAD-BASE AGGREGATES;

R B~b ~:~JBASIN FILL BASED ON CORRELATION WITH CLASS RBla SOUR
AREAS.

POTENTIAL BASIN-FILL SOURCES OF MATERIALS
SUITABLE FOR USE AS ROAD-BASE AGGREGATES;

R BE BASIN FILL BASED ON PHOTOGEOLOGIC INTERPRETATIONS, IF
OBSERVATIONS, AND LIMITED OR INCONCLUSIVE
ANALYSIS AND/OR ABRASION DATA.

(1I-.'UNSUITABLE SOURCES OF BASIN-FILL MATERIA
THAT MAY LOCALLY CONTAIN POTENTIALLY S/SOURCES OF AGO R44Aw"Zq4.Aw
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IL ,, DATA STOP

~~DETAILED AGGREGATE RESOURCES STUDY °

(MAP NUMBERS FROM 200 TO 299 FOR BASIN-FILL

AND ROCK SAMPLE LOCATIONS; 300 TO 399 FOR

FIELD PETROuRAPHIC STATIONS)

BASIN-FILL UNITS (COARSE AND/OR FINE AGGREGA"

* DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHED ROCK AGGREGATES)

A DATA STOP, SAMPLED AND TESTED

PETROGRAPHIC FIELD STATIONS$

* DATA STOP

o SEE DRY LAKE, MULESHOE, DELAMAR, PAHROC VSARS
REPORT (FN-TR-37-a) FOR DETAILED INFORMATION.

* SEE CORRESPONDING MAP NUMBER IN APPENDICES A AND B FOR
DETAILED INFORMATION.
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RBu BASIN FILL. u OL ICITERETATI NS. =IELD
OBSERVATIONS, AND LIMITED OR INCONCLUSIVE SIEVE
ANALYSIS AND/OR ABRASION DATA.

'V/

UNSUITABLE SOURCES OF BASIN-FILL MATERIALS
THAT MAY LOCALLY CONTAIN POTENTIALLY SUITABLE
SOURCES OF AGGREGATES OF LIMITED EXTENT.
UNTESTED SOURCES OF ROCK MATERIALS THAT MAY
CONTAIN POTENTIALLY SUITABLE CRUSHED-ROCK
AGGREGATES (SEE TEXT FOR ADDITIONAL INFORMA-
TION).

* *A COMPLETE CLASSIFICATION SYSTEM IS SHOWN, ALTHOUGH ALL
BASIN-FILL OR ROCK SOURCES MAY NOT BE PRESENT WITHIN
THE STUDY AREA.
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SYMBOLS tt

E IELD STUDY AREA BOUNDARYJE SIEVE

- ROCK/BASI N-F I L L CONTACT

ALS

ITABLE GEOLOGIC ROCK CONTACT

TMAY BASIN-FILL CONTACT
CK

ORMA-

tt GEOLOGIC ROCK AND BASIN-FILL CONTACTS ARE

APPROXIMATELY LGCATED AND MAY VARY LOCALLY.
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ERTEC WESTERN AGGREGATE RESOURCES STUDY FIELD STATIONS

VALLEY-SPECIFIC AGGREGATE RESOURCES STUDY
(MAP NUMBERS FROM 1 TO 199)

BASIN-FILL UNITS (COARSE AND/OR FINE AGGREGATES)

o DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHED-ROCK AGGREGATES)

£ DATA STOP, SAMPLED AND TESTED

& DATA STOP

DETAILED AGGREGATE RESOURCES STUDY
(MAP NUMBERS FROM 200 TO 299 FOR BASIN -FILL
AND ROCK SAMPLE LOCATIONS; 300 TO 399
FOR FIELD PETROGRAPHIC STATIONS)

BASIN--FILL UNITS (COARSE AND/OR FINE AGGREGATES)

DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHED-ROCK AGGREGATES)

DATA STOP, SAMPLED AND TESTED

PETROGRAPHIC FIELD STATIONS

. .. ........ DATA STOP

t ( ! At



EXPLANATIO

TIONS AGGREGATE CLASSIFICATION SYSTEM

BASIN-FILL AND ROCK SOURCES***

BASIN-FILL OR ROCK SOURCES CONTAINING
BASIN FILL AGGREGATES THAT PRODUCED TRIAL MIX

REGATES) CAl CONCRETE WITH 28-DAY COMPRESSIVEEROCK STRENGTHS EQUAL TO OR GREATER THAN
6500 PSI.

.BASIN FILL BASIN-FILL OR ROCK SOURCES CONTAINING
CA2 FILL AGGREGATES THAT PRODUCED TRIAL MIX

CA !ROCK CONCRETE WITH 28-DAY COMPRESSIVE

II STRENGTHS LESS THAN 6500 PSI.

BASIN FILL BASIN-FILL OR ROCK SOURCES CONTAINING
CB AGGREGATES POTENTIALLY SUITABLE FOR USE

RIN CONCRETE; BASED ON ACCEPTABLE LABORA-ROCK
TORY AGGREGATE TEST RESULTS.

LNBASIN-FILL OR ROCK SOURCES CONTAINING
CC1 AGGREGATES POTENTIALLY SUITABLE FOR USE

ROCK IN CONCRETE; BASED ON CORRELATION WITH
CLASS CAl OR CA2 SOURCE AREAS.

REGATES)
BASIN -FILL SOURCES CONTAINING AGGREGATES

CC2 BASIN FILL POTENTIALLY SUITABLE FOR USE IN CONCRETE;
BASED ON CORRELATION WITH CLASS CB SOURCE
AREAS.

BASIN-FILL SOURCES CONTAINING FINE AGGREGATES
USED WITH CRUSHED-ROCK SAMPLES FOR CERTAIN
CONCRETE TRIAL MIXES.

UNSUITABLE SOURCES OF BASIN-FILL MATERIALS
THAT MAY LOCALLY CONTAIN POTENTIALLY SUITABL
SOURCES OF AGGREGATES OF LIMITED EXTENT.
UNTESTED SOURCES OF ROCK MATERIALS THAT MAY
CONTAIN POTENTIALLY SUITABLE CRUSHED-ROCK

AMMARpM "iwl m



114045 '

ION

GEOLOGIC UNITS t

BASIN FILL UNITS

STREAM-CHANNEL AND/OR TERRACE DEPOSITS (AI/A2)

ALLUVIAL FAN DEPOSITS (A5)

t SEE APPENDIX TABLE F-3 FOR SYMBOL EXPLANATION AND COMPARISON

SYMBOLS tt

STUDY AREA BOUNDARY

ROCK/BASIN-FILL CONTACT

GEOLOGIC ROCK CONTACT

BASIN-F ILL CONTACT

IAES GEOLOGIC ROCK AND BASIN-FILL CONTACTS ARE
APPROXIMATELY LOCATED AND MAY VARY LOCALLY.

TABLE

MAY

A-

....~*



NORTH

SCALE 1 .62,500

(A/A)0 1 2

STATLJVE MILES

0 1 2 -

(A5) K I LC'M4ETERS

ISON _ __LOCATION MAP

NEVA UTAH

UTA

MAPqAREA

MX SITING INVESTIGATION



VALLEY--SPECIFIC AGGREGATE RESOURCES STUDY
(MAP NUMBERS FROM 1 TO 199)

BASIN-FILL UNITS (COARSE AND/OR FINE AGGREGATES)

o DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHED-ROCK AGGREGATES)

A DATA STOP, SAMPLED AND TESTED

DATA STOP

DETAILED AGGREGATE RESOURCES STUDY*•

(MAP NUMBERS FROM 200 TO 299 FOR BASIN -FILL
AND ROCK SAMPLE LOCATIONS; 300 TO 399
FOR FIELD PETROGRAPHIC STATIONS)

BASIN-FILL UNITS (COARSE AND/OR FINE AGGREGATES)

DATA STOP, SAMPLED AND TESTED

o DATA STOP

ROCK UNITS (CRUSHED-ROCK AGGREGATES)

A DATA STOP, SAMPLED AND TESTED

PETROGRAPHIC FIELD STATIONS

* DATA STOP

* SEE4,RY LAKE, MU&ESHOE, DELAMAR, PAHROC VSARS
REPORT (FN-TR-37-a)FOR DETAILED INFORMATION.

SEE CORRESPONDING MAP NUMBER IN APPENDICES A AND B
FOR DETAILED INFORMATION:



BASIN-FILL AND ROCK SOURCES*°"

BASIN -FILL OR ROCK SOURCES CONTAINING
BASIN FILL AGGREGATES THAT PRODUCED TRIAL MIX

CAI CONCRETE WITH 28 DAY COMPRESSIVE
ROCK STRENGTHS EQUAL TO OR GREATER THAN

6500 PSI.

j: BASIN FILL BASIN-FILL OR ROCK SOURCES CONTAINING
CA2 AGGREGATES THAT PRODUCED TRIAL MIX

IROCK CONCRETE WITH 28-DAY COMPRESSIVE
ROCK STRENGTHS LESS THAN 6500 PSI.

..... BASIN FILL BASIN-FILL OR ROCK SOURCES CONTAINING
CB ___ AGGREGATES POTENTIALLY SUITABLE FOR USE

ROCK IN CONCRETE; BASED ON ACCEPTABLE LABORA-ROCK TORY AGGREGATE TEST RESULTS.

BASIN FILL BASIN-FILL OR ROCK SOURCES CONTAINING
Ccl l AGGREGATES POTENTIALLY SUITABLE FOR USEZ ROCK IN CONCRETE; BASED ON CORRELATION WITH

CLASS CAl OR CA2 SOURCE AREAS.

BASIN -FILL SOURCES CONTAINING AGGREGATESCC2 L/VA BASIN FILL POTENTIALLY SUITABLE FOR USE IN CONCRETE;
BASEDON CORRELATION WITH CLASS CB SOURCE
AREAS.

BASIN-FILL SOURCES CONTAINING FINE AGGREGATES
USED WITH CRUSHED-ROCK SAMPLES FOR CERTAIN
CONCRETE TRIAL MIXES.

UNSUITABLE SOURCES OF BASIN-FILL MATERIALS
THAT MAY LOCALLY CONTAIN POTENTIALLY SUITABLEW SOURCES OF AGGREGATES OF LIMITED EXTENT.
UNTESTED SOURCES OF ROCK MATERIALS THAT MAY
CONTAIN POTENTIALLY SUITABLE CRUSHED-ROCK
AGGREGATES (SEE TEXT FOR ADDITIONAL INFORMA-
TION).

.. •A COMPLETE CLASSIFICATION SYSTEM IS SHOWN, ALTHOUGH ALL
BASIN-FILL OR ROCK SOURCES MAY NOT BE PRESENT WITHIN
THE STUDY AREA.



BASIN FILL UNITS

STREAM CHANNEL AND/OR TERRACE DEPOSITS (A1/A2)

ALLUVIAL FAN DEPOSITS (A5)

t SEE APPENDIX TABLE F3 FOR SYMBOL EXPLANATION AND COMPARISON

SYMBOLS tt

STUDY AREA BOUNDARY

ROCK/BASIN-F ILL CONTACT MAP

GEOLOGIC ROCK CONTACT

BASIN-FILL CONTACT

Vt GEOLOGIC ROCK AND BASIN-FILL CONTACTS ARE

APPROXIMATELY LOCATED AND MAY VARY LOCALLY.
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NORTH

SCALE 1 62.500

0 2
TERRACE DEPOSITS (A 1/A2)

STATUTE MILES

0 1 2

(A5) KILOMETERS

NATION AND COMPARISON LOCAT ')N MAP

NEVADA UTAH

T MAP AREA

ARE
LOCALLY.

MX SITING INVESTIGATION

DEPARTMENT OF THE AIR FORCE

he EsM recrhnologg Corporabon BMO/AFRCE-MX

CONCRETE AGGREGATE RESOURCES MAP
DETAILED AGGREGATE RESOURCES STUDY

DELAMAR VALLEY, NEVADA
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